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Abstract: Forming processes influence the mechanical properties of manufactured workpieces in
general and by means of forming-induced initial damage in particular. The effect of the latter on
performance capability is the underlying research aspect for the investigations conducted. In order
to address this aspect, fatigue tests under compressive, tensile and compressive-tensile loads were
set-up with discrete block-by-block increased amplitudes and constant amplitudes, and performed up
to fracture or distinct lifetimes. Aiming at the correlation of the macroscale mechanical testing results
at the mesoscale, intensive metallographic investigations of cross-sections using the microscopical
methods of secondary electron analysis, energy dispersive spectroscopy and electron backscatter
diffraction were performed. Thereby, the correlation of forming-induced initial damage and fatigue
performance was determined, the relevance of compressive loads for the cyclic damage evolution
was shown, and material anisotropy under compressive loads was indicated. Finally, the need
was addressed to perform further investigations regarding crack propagations and crack arrest
investigations in order to clarify the mechanism by which initial damage affects cyclic damage
evolution. The relevance of the principal stress axis relative to the extrusion direction was emphasized
and used as the basis of an argument for investigations under load paths with different stress directions.
Keywords: fatigue performance; anisotropy; uniaxial load paths; pre-deformation; cold forward rod
extrusion; initial ductile damage; case hardening steel 16MnCrS5; under eutectoid ferrite–pearlite

1. Introduction
Machine and plant engineering is the main pillar of the German investment goods industry and,
due to the export quota of more than 78% in 2017, flagship worldwide. For providing goods for a variety
of technical applications, a variety of components is necessary to fulfil the functional requirements.
Thereby, the design is tailored to the expectable load types and profiles, the functionality and the
required material properties. Despite the wider ranging design possibilities of newly developing
production technologies [1], conventional production technologies remain the preferred technologies
due to the capability for mass production, the material integrity and well-established methods to
define the material properties. The latter is particularly true for forming technologies and, in particular,
the forming technology of cold extrusion due to the possibilities to set the properties in the entire
volume. Moreover, the technology of cold forward rod extrusion, which was used as the underlying
technology for the material investigated in this study, also gives the possibility to set the material
properties locally.
Realized by the selection of the forming parameters, the resulting stress state determines
the profile of the plastic flow and thereby the material properties within forward rod extrusion.
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As a side-effect—besides changes in the hardness degree, the stress state and the general
microstructure—ductile initial damage up to Chevron cracks can be induced [2]. Referring to
this ductile damage as initial damage in this study, the average size of initial damage considered within
this study was approximately 5 µm and, thus, small-size porosity or defectiveness. The effect of defects
or pores on this length scale has not been addressed in the current state of research. The studies of
Murakami or Baretta related to material defects considered only defects of different origins at a length
scale of more than 40 µm [3–5]. The correlation with forming conditions and mechanical properties
was firstly shown by Tekkaya et al. [6]. Investigating the technology of cold forward rod extrusion,
earlier studies [7], that were only correlating the forming conditions and the material performance
under service load conditions, were extended by Tekkaya et al. [6], who identified forming-induced
initial damage to be the explanation for the correlation. Apart from this, the correlation of induced
pre-deformation under different loading conditions with the fatigue performance has been addressed
by [8] for TWIP-steel and [9] for DP600. Thereby, the relevance of the consideration of the load
direction-dependent material behavior induced by pre-deformation arose, which has not yet been
done for the case hardening steel 16MnCrS5 being processed using cold forward rod extrusion and
being investigated in this study. The influence of the changes in the material properties needs to
be considered for component design and lifetime prediction. The need for effect quantification is
apparent regarding the dependence on the load case and the load direction. This is of particularly
high importance due to the variety of mechanical load cases in existence under the variety of technical
applications of products and workpieces processed using forming technologies and the small-sized
nature of the initial damage investigated in this study.
As used for shafts, rigid shafts and gears, cyclic load paths and the understanding of the underlying
mechanisms are of particular importance in order to establish safety factors as design criteria and
to guarantee the functionality of gear units or power trains. During these applications, the joined
components are subtracted to multiple loads like torsion, bending, tension or compression. Whereas the
effect on the former three has been extensively investigated for decades and is considered by design
criteria, this does not apply to compression loads to the same extent. On the contrary, ASTM E647-15e1
even pointed out to consider only the positive half cycle during the tension–compression load path
for fatigue crack growth calculations [10]. The underlying assumption for this limitation was that
compression loads increase the fatigue life by hindering the separation of planes (e.g., mode I crack
propagation) and/or crack face closure [11] and are not critical for cyclic component failure. The contrary
finding, viz. the relevance of compression loads for the damage evolution, has been shown throughout
the last decades.
In consideration of the initial damage on a length scale below 10 µm, the relevance of crack growth
considerations arises in the context of forming-induced initial damage. In representation as loci of
increased stress concentration, initial damage as pores can be regarded as loci for crack nucleation and
growth. Thereby, the effect of the reduced defect size in comparison to available studies with defect
√
sizes of at least 40 µm/200 µm or area > 200 µm [4,5] was not investigated. In [4], Murakami et al.
characterized the influence of artificially using-pre-loading-technique generated surface cracks at a
length scale of 200 to 1000 µm under torsional fatigue and rotation bending for medium carbon steels
with a ferrite–pearlite, banded microstructure. Thereby, the negative dependence of the fatigue limit
on the crack size was shown. Neither a conclusion at smaller length scales nor the influence of defects
√
in the volume of the material or axial load direction was considered. The area parameter model was
used for the quantitative description and prediction of the fatigue lifetime, whereby the superimposing
effect of hardness was indicated [4].
With regard to crack growth, the importance of compressive loads for material behavior has
been shown throughout the literature under crack growth considerations for the load cases of
fully compressive tests, compressive underloads and tension–compression tests [11]. However,
the studies focus pre-dominantly on hexagonal magnesium alloys or cubic face-centered aluminum
alloys. Cubic body-centered materials like the investigated case hardening steel 16MnCrS5 were not
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addressed. Under consideration of the clear material dependency of the crack growth mechanisms
as emphasized by [12] and [13], a basic overview of the different findings is given hereafter.
Pommier et al. related load history effects on the crack growth back to the occurrence of cyclic
kinematic hardening and the Bauschinger effect [14]. Carlson and Kardomateas traced the material
dependence back to compression-induced closure changes related to microstructural features and
deformation properties [15]. Silva et al. emphasized the importance of compressive loads, especially for
long cracks [11], and indicated compressive load-induced tensile residual stress fields emerging at the
crack tip as the reason for these findings [11]. In accordance, [16], for ductile materials, and [17] have
shown that cracks initiate and grow up to a certain length due to a tensile residual stress field produced
by the cyclic loading at the initial crack tip position. Tack et al. indicated a higher crack growth rate for
negative stress ratios R in comparison to the positive stress ratio of R = 0.1 and discussed the saturation
phenomena regarding compressive effects [18]. Further investigations were conducted with respect to
compression loads applied while shearing under torsional loading conditions. Doing so, the extension
of coplanar crack growth was indicated as the underlying mechanism, whereby the growth rate was
found to continuously decrease up to the bifurcation of the cracks [19]. Said et al. highlighted the
crack propagation up to failure for negative stress intensity factors by mode shear mechanisms under
compressive load during fretting fatigue [20]. The authors in [21] showed the effect of compression
load on tension–compression fatigue after single-overload at negative stress ratios. Those in [22]
highlighted the amplitude dependence of the fatigue life strength for bearing steels and related it back
to the influence of surface residual compressive stresses. The authors in [23] indicated anisotropic
material behavior for AZ80 magnesium alloy as well as the effect of forging for a forged and/and
only extruded AZ80 Mg magnesium alloy using proportional and non-proportional axial–torsional
fatigue testing methods. Toscano et al. showed tension–compression symmetry and strain amplitude
dependence for casted, in comparison to forged, magnesium alloys and related this to the random
texture of the former [24]. Additionally, they showed the diminishing influence of intermetallic
inclusions and surface pores on compression–tension fatigue behavior [24]. Investigating concrete,
Vicente et al. showed a negative correlation between porosity and fatigue, whereby small pores were
less critical [25].
To sum up, the influence of initial damage on the mechanical properties in dependence on the
load direction in terms of different types of loads applied in the direction longitudinal to the direction
of forward rod extrusion as well as in terms of the loads applied longitudinal and transversal to
the direction of forward rod extrusion is not addressed in current research studies. To meet this
shortcoming, the current study contributes with a quantification of the influence of forming-induced
initial damage in terms of the number of cycles to failure and the material reaction resulting under
applied defined loads by comparing to material states that only differ with regard to forward rod
extrusion-induced initial damage. The second contribution of this study to that shortcoming is the
characterization of the underlying mechanisms under particular consideration of the mechanisms
present under the applied compressive loads. In order to realize these aims, the microstructural
material state including the state of initial damage is characterized. For the quantification of the effect
of forming-induced initial damage, fatigue tests were conducted and compared. In order to identify
the mechanisms, a microstructural characterization of the material states at distinct levels within the
process of cyclic damage evolution was done, using intermittent fatigue tests and microscopic devices.
To address the load direction dependency in terms of loads applied longitudinal and transversal to the
direction of forward rod extrusion, cyclic compression fatigue tests were conducted with specimens
extracted longitudinal and transversal to the direction of forward rod extrusion. The compressive
load path was thereby selected in order to show the effect of compressive loads on the cyclic damage
evolution and to get a first impression of the effect of compressive loads superimposed on other loads
in complex, superimposed load paths like tension–compression or compression–torsion. The load
direction dependency with regard to the load direction for axial loads being applied merely longitudinal
to the direction of forward rod extrusion was characterized by performing cyclic compression, tension
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and compression–tension tests at load ratios of R = 10, R = 0.1 and R = −1, respectively, with specimens
extracted in the direction of forward rod extrusion out of the workpieces. In addition to the two
extruded material states, the as-received material state of the case hardening steel 16MnCrS5 before
forward rod extrusion was analyzed in order to anticipate the forming influence on cyclic damage
evolution and the basic load direction dependence of the material.
Proceeding in this way, the aim is to show a first implication of the load path dependency and the
contribution of forming-induced initial damage to the anisotropy in the material behavior. Based on
the results, conclusions shall be drawn as to further investigations needed to clarify the mechanism
and interdependencies of cyclic damage evolution with respect to initial damage. Moreover, scientific
knowledge for tests under more complex loading conditions with regard to load path and supporting
investigations shall be generated and transferred to modeling and simulation in the long term.
2. Materials and Methods
2.1. Material and Material States
The investigations conducted were based on the low-alloyed case hardening steel 16MnCrS5
(1.7139, AISI 5117). The general chemical composition provided by the material supplier
Georgsmarienhuette is listed in Table 1. The material was delivered as bars with diameter dini = 40 mm
and length lini = 750 mm in a rolled and drawn, ferrite–pearlite annealed state (+FP). No additional
heat treatment with regard to case hardening was undertaken.
Table 1. Chemical composition of the investigated low-alloyed case hardening steel 16MnCrS5,
in wt % [26].
Material

C

Si

Mn

16MnCrS5

0.14–0.19

≤0.4

1.0–1.3

S

Cr

≤0.02–0.04 0.8–1.1

Three different material states were investigated: the material state as-received (AR) and the two
forward rod extruded material states. The latter were extruded out of the as-received material by
using the forming parameters εex = 0.5, 2α = 30◦ (E.530) and εex = 0.5, 2α = 90◦ (E.590), with extrusion
strain εex and shoulder opening angle 2α. Within a radius rhes,r = 4 mm, the effective strain was
homogeneous [27]. The variation in the shoulder opening angle 2α did not affect the strain within rhes,r ,
because of flow-curve saturation, but induced a higher stress state for 2α = 90◦ . Due to the increase in
the maximum tensile stress component, the initial damage was increased. The stress state and thereby
the degree of initial damage can be considered as homogeneous in a radius rhss,r = 6 mm around the
central axis of the rotationally symmetric workpiece and in the shaft in the axial direction. Based on
the same extrusion strain, the hardness is comparably high for both extrusion states [27]. The residual
stress state after specimen extraction out of the workpiece was negligible [25,28]. For further details
regarding the material states after extrusion, refer to the investigations of [27].
2.2. Methods for Material State Characterization
In order to characterize the influence of forming-induced initial damage, the methods as described
hereafter were used. The purpose of usage is additionally addressed. The devices used for the
investigations are given.
The initial state, as well as the material states after distinct cyclic loading cycles, has been
characterized using the methodology of scanning electron microscopy (SEM) using secondary electron
(SE) analysis, energy dispersive x-ray spectroscopy (EDS) and electron backscatter diffraction (EBSD).
The EBSD method was used for the identification of the forming-induced change of material properties,
whereby the EDS method was used for the identification of the initial damage state. The quantification
of this initial damage state with regard to the absolute area of pores was conducted using a grey value
and EDS- based particle counting methodology (PCM). The analysis of the residual stress state (RSA)

Materials 2020, 13, 2680

5 of 19

was conducted using x-ray diffractometry (XRD) in order to address the potential influence of forming
that might superimpose the effect of initial damage. Hardness tests (HT) were performed in order to
refute a superimposed influence of forming-induced hardening.
The SEM analyses were performed using a scanning electron microscope (Mira 3 XMU, Tescan,
Brno, Czech Republic), equipped with an EDS-detector (Octane Pro, EDAX/Ametek, Berwyn, PA, USA)
and an EBSD-detector (DigiView 5, EDAX/Ametek, Berwyn, PA, USA) for EDS and EBSD analysis,
respectively. The PCM analyses were carried out using the commercial PCM genesis software (EDAX
Particle Analysis, Genesis 3.2, EDAX/Ametek, Berwyn, PA, USA) on polished cross-sections using a
gray value-based algorithm for the identification of surface inhomogeneities, combined with an EDS
analysis to distinguish between pores and inclusions. A further explanation is given in [28]. The SEM
analyses were conducted for the characterization of the state of cyclic damage evolution on the surface
as well as for the microstructural characterization of the damage state in the material volume. For the
latter, cross-sections were prepared longitudinal to the direction of the ferrite–pearlite microstructure
and thereby to the direction of forward rod extrusion. In order to obtain a surface quality appropriate
for state characterization, the material was ground down from P320 down to P2500 grade and polished
with diamond suspensions of 6 µm, 3 µm and 1 µm. The surface was finish-polished with an active
oxide polishing suspension with colloidal silica (SiO2 ) abrasives (OP-S suspension). In order to show
the phase dependency of the damage evolution, the cross-sections as well as the surface were etched
with Nital 3%. The residual stress state at the surface of the tested specimens was analyzed by using
an x-ray diffractometer (D8 Discover, Bruker, Billerica, MA, USA) with a copper x-ray tube in side
inclination and Bragg–Brentano geometry with sin2 ψ-methode. The hardness of the material was
characterized using a Shimadzu HMV-G hardness testing system (HMV-G, Shimadzu, Kyoto, Japan)
with a Vickers indenter and an indentation force Find = 4.903 N (HV0.5).
2.3. Methods for Characterization of Mechanical Properties
All experimental investigations were performed using the servo-hydraulic axial-torsional testing
system (Walter + Bai, LFV-T250 T2500 HH, Löhningen, Switzerland) with Fn = 50 kN and Mt = 100 Nm
nominal axial and torsional loads. The testing set-up varied for the cyclic compression and for the
cyclic compression–tension as well as the cyclic tension investigations as detailed hereafter. In order
to characterize the damage evolution, continuous tests up to failure as well as interrupted tests were
performed (compare Sections 2.3.1 and 2.3.2). The latter methodology is referred to as the intermittent
testing method, ITM.
2.3.1. Cyclic Compression Tests: Testing Set-up and Procedure
The experimental set-up was according to Figure 3 (RT) in Ref. [29]. The testing frequency was
f = 1 Hz. The load ratio of R = 10 was applied by triangular endurance load cycles. The tests were
conducted force-controlled. Referring to DIN EN ISO 50106 [30], pressure plates were modified with
tungsten carbide plates as the contacting material for the specimen in order to prevent the plastic
deformation of the compression device. The specimens were greased in order to reduce friction prior
to testing.
Tests with continuous constant (constant amplitude test, CAT with Fmin = −0.6 kN and
Fmax = −0.06 kN) and with block-wise discrete increased amplitude (load increase test, LIT with
Fa,start(R10) = −0.09 kN and ∆Fa(R10) = −0.045 kN) were performed for up to 8000 cycles. A block was
defined with 1000 cycles. The latter were performed to investigate the cyclic performance according
to [31] and, thereby, the amplitude dependency of the mechanical behavior. The first were conducted as
lifetime tests. The tests at constant amplitude were performed up to a run-out lifetime of 100,000 cycles.
After run-out, the mesoscopic characterization of the material state was performed according to a
successive testing methodology.
The specimens were machined out of the bar material and the cold forward rod extruded
workpieces, via electrical discharge machining (EDM). Due to the geometric limitations of the
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workpieces, cylindric specimens with a height to diameter ratio h0 /d0 of 1.5 (6 mm/4 mm, see Figure 1)
were used, extracted from the center axis of the work piece in the axial (longitudinal, l) and radial
(transversal, t) directions. The l-states are consequently orientated in and the t-states transverse to
the fiber direction induced by the plastic material flow during forming. The term center axis refers
to the geometrical
axis and an area around it with a radius r of 4 mm, in which the degree
of
Materials
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The maximum load during the constant amplitude tests was Fmax = 6 kN for the tests performed
at R = 0.1 and R = −1. The constant amplitude tests were interrupted at 100,000 cycles for the
characterization of the damage state. After interruption, mesoscopic characterization of the material
state was performed according to a successive testing methodology (intermittent testing method, ITM).
The results of the tests at R = 0.1 and R = −1 presented in this study focus on the meso-structural
differences with regard to the phenomenological cyclic damage evolution in the test conducted at
R = 10 (see Section 2.3.1). The load increase tests (LIT) were conducted up to failure, whereby one block
consisted of 10,000 cycles. The starting amplitudes for the tests at load ratios R = 0.1 and for R = −1
were Fa,start(R01) = 2.5 kN and Fa,start(R-1) = 1.95 kN, respectively. The loads were increased block-wise
by ∆Fa(R01) = 0.5 kN and ∆Fa(R-1) = 0.4 kN, respectively.
The specimens were machined out of the bar material and the cold forward rod extruded
workpieces in axial direction, viz. longitudinal direction, l, via turning. The specimen geometry
(a)
(b)
(see Figure 2c) and extraction position (see Figure 2d) were selected according to [6]. The surface of the
specimen was ground from P320 down to P2500 grade and polished with diamond suspensions of
6 µm, 3 µm and 1 µm. The obtained surface roughness was Ra = 0.59 µm.

(c)

(d)

2.3.2. Cyclic Tension and Compression–Tension Tests: Testing Set-up and Procedure
The experimental set-up is shown in Figure 2a,b. The testing frequency was f = 1 Hz. The load
ratios were R = 0.1 for the cyclic tension tests and R = −1 for the cyclic tension–compression tests,
respectively. The tests were performed load-controlled with triangular endurance load cycles. The
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2020, 13,
2680
7 of 19
tests were
conducted
with a block-wise discrete increased amplitude (load increase test, LIT) and
for
a selected load amplitude as constant amplitude tests (CAT).
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3. Results
3.1. Material State
The initial state of the material was characterized by means of the fatigue life time relevant
material criteria of phase distribution and phase orientation, grain size and grain orientation as well as
morphology of the initial damage and orientation of the initial damage as follows. The underlying
aim was the characterization of the influence of forming by forward rod extrusion with respect to the
general microstructure, the residual stress and hardness state and the initial damage state. The residual
stresses and hardness were shown in accordance with the results presented in [2,27,28] to be comparable
for the extruded material states. The hardness levels were quantified with 139HV0.5 ± 10 (AR) and
158 HV0.5 ± 7 (E.530/E.590), respectively. The residual stress states at the specimen surface were in
consideration of the comparable measurement tolerance and in the range of zero for the three material
states investigated. A typical ferrite–pearlite banded structure was shown microscopically in the rolling
(AR) and extrusion direction (E.530/E.590) after transverse and longitudinal cross-section preparation
followed by etching with Nital 3% (Figure 3a).
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The investigated material state E.530 with the lower degree of initial damage showed an
approximately 75% higher residual compression force in reaction to the applied upsetting deformation
compared to the material state E.590. Thereby, no indication of proceeding cyclic deformation with
regard to the cyclic dislocation mechanisms arose, as indicated by the constant material reaction over
the 1000 cycles of the first block. Within the thereafter following blocks under discrete increased load
amplitudes, plastic deformation in the sense of a decreased stress-to-deformation ratio was observed.
The softening ratio remained approximately constant within the individual blocks and independent
of the initial state of damage. The effect of the initial damage was not detectable with respect to
statistical significance for compression loading transversal to the direction of forward rod extrusion.
Figure 6 indicates this in terms of a nearly equal material reaction in terms of the displacement of
the three material states investigated under the applied loads. The resilience of the material was
reduced by at least 25% for all the material states investigated compared to the specimen manufactured
longitudinal to the direction of forward rod extrusion. Comparing the results of Figures 5 and 6,
the anisotropic behavior was consequently less pronounced for the less-initially damaged material state
E.530. The material in the as-received material state, AR, showed a more pronounced anisotropy in the
material reaction compared to the E.530/E.590 material states. A dependency on the loading direction
with respect to the direction of forward rod extrusion became obvious. A reduced deformation
capability
was
forREVIEW
cyclic compressive loading in the longitudinal direction. For the life-time
Materials 2020,
13, xshown
FOR PEER
10 of 18
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The microstructure induced by the constant amplitude tests is displayed in Figure 7 as obtained
after the longitudinal sectioning of the fatigued sample after 100,000 cycles of the constant amplitude
test (CAT). The state of damage in terms of initial and cyclic damage was found to be 10% higher for
the material state E.590, whereby the initial difference was
was slightly
slightly increased.
increased. The material showed
pre-dominantly decohesion effects between the material matrix and the non-metallic
non-metallic inclusions,
inclusions, viz.
viz.
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phase or under

as an indicator for cyclic damage. In terms of a dependence on the nearest distance between the
inclusions, clusters of inclusions were determined to act as the location for advanced pore coalescence
(see Figure 7). Besides that, the fracturing of MnS-inclusions and grain boundary cementite (iron
carbide, Fe3C) and local ferrite grain boundary decohesion were occasionally observed. A further
increase2020,
of cyclic
Materials
13, 2680damage evolution manifested as the appearance of cracks and holes in the pearlite
11 of 19
phase or under the cementite slats.
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3.2.2. Cyclic Tension Tests and Microstructural Correlation
3.2.2. Cyclic Tension Tests and Microstructural Correlation
The underlying tests for the results presented in this section were conducted to characterize the
The underlying tests for the results presented in this section were conducted to characterize the
effect of the load direction dependence of the influence of forming-induced initial damage under loads
effect of the load direction dependence of the influence of forming-induced initial damage under
loads applied longitudinal to the direction of forward rod extrusion in different directions. The
investigations, conducted at load ratio R = 0.1, implied no statistically significant dependence of the
cyclic performance on the initial damage (see Figure 9). A difference of 1% between the material states
E.530 and E.590 with regard to the number of cycles to failure was detected, which is fairly within

Figure 8. Cyclic damage (Dc) induced under cyclic compression load paths in the bulged area of the
material: (a) overview of the ferrite–pearlite microstructure; (b) detailed view of the interface
decohesion between the metallic matrix and MnS-inclusions.
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The underlying tests for the results presented in this section were conducted to characterize the
effect of the load direction dependence of the influence of forming-induced initial damage under
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material
E.530 states
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E.530 and E.590 with regard to the number of cycles to failure was detected, which is fairly within
with regard to the number of cycles to failure was detected, which is fairly within the scatter observed
the scatter observed (compare Figure 9). Thus, no statistically significant difference between the
(compare Figure 9). Thus, no statistically significant difference between the material states E.530 and
material states E.530 and E.590 was detectable. The tension fatigue test induced the damage depicted
E.590inwas
detectable.
The tension fatigue test induced the damage depicted in Figures 10 and 11.
Figures
10 and 11.
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Figure 11. Cyclic damage (Dc) induced under cyclic tension load paths at a higher magnification: (a)
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Compared to the compression fatigue tests, a more pronounced tendency for isotropic pore
Compared to the compression fatigue tests, a more pronounced tendency for isotropic pore
elongation, viz. crack growth, in the load and thereby extrusion direction occurred. The role of the
elongation, viz. crack growth, in the load and thereby extrusion direction occurred. The role of the
MnS-inclusions, being fractured or representing the initiation points for the cracks, that cause the
MnS-inclusions, being fractured or representing the initiation points for the cracks, that cause the
decohesion of the metallic matrix, remained very important. Withal, a higher partition of material
decohesion of the metallic matrix, remained very important. Withal, a higher partition of material
volume is affected compared to that in the cyclic compression tests. This is due to the load-assisted
volume is affected compared to that in the cyclic compression tests. This is due to the load-assisted
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Compared to the compression fatigue tests, a more pronounced tendency for isotropic pore
elongation, viz. crack growth, in the load and thereby extrusion direction occurred. The role of the
MnS-inclusions, being fractured or representing the initiation points for the cracks, that cause the
decohesion of the metallic matrix, remained very important. Withal, a higher partition of material
volume is affected compared to that in the cyclic compression tests. This is due to the load-assisted
crack growth in the longitudinal direction compared to the proceeding material degradation around
the inclusions caused by pore growth in the radial direction under compressive loads (Figure 7).
Void formation in the grains of the ferrite as well as the pearlite phase and at the interface between
the two phases was observed to a higher extent under pure tensile loading, as depicted in Figure 12.
These shown phenotypes of cyclic damage evolution in the volume occurred with the elongation of the
grains
the13,
longitudinal
direction.
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MnS-inclusions were removed due to manufacturing and some surface roughness remained after
polishing. The latter did not affect the cyclic damage mechanism significantly, as interrupted tests
with microstructural surface characterization (intermittent testing method, ITM) showed. The initial
damage was found to interact with the phenomena of uniaxial cyclic damage, viz. shear bands,
intrusions
extrusions (see Figure 13), and micro-voids, nucleating and growing to the state
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4. Discussion

The contribution to research of the present study was stated in Section 1 to be, firstly,
the quantification of the effect of forming-induced initial damage in the dependence on the load
direction by means of the number of cycles to failure and the resulting material reaction under applied
defined loads. Secondly, the characterization of the underlying mechanisms was targeted, whereby it
was highlighted that the initial material state needed to be firstly characterized in order to realize this
aim. The results presented in Section 3 are discussed hereafter with regard to these two contributions
in dependence on and correlation with each other. The material state after forward rod extrusion and
the potential implications for the mechanisms are discussed prior to these in order to provide the
discussion basis and are additionally considered in order to realize the two target contributions of
this study.
The extrusion process gave rise to the development of initial damage, which has a preferred
orientation in the direction of forward rod extrusion and thereby the direction of the ferrite–pearlite
banded microstructure (Section 3.1 and Figure 4). Referring to the stress state during the extrusion
of the work pieces dominated by positive hydrostatic stress with the dominance of the axial tensile
component of the stress tensor [27], the preferred orientation is in good agreement. This also applies
to the types of initial damage. As published by Rice et al., the stress-assisted plastic deformation
promotes the nucleation and growth of micro-voids ([33], Figures 7, 8 and 10), whereby the shown
central role of the non-metallic MnS-inclusions (Table 2 and Figures 7 and 10) is also indicated
by Zapara/Augenstein/Helm [34]. The MnS-inclusions are known to induce anisotropic material
behavior [35] including the behavior under cyclic load sequences ([36], for forged and hardened
medium carbon steel [37]). Alongside the texture of the extruded material and the fiber direction
induced with the elongation of grains in the longitudinal direction and the ferrite–pearlite banded
two-phase structure, the main microstructural sources of anisotropy are combined (Section 3.1, Table 2).
Whereas the influence of the former is within the scatter of the material and for the material states
E.530 and E.590, under the assumption of random distribution and variation, equally, the latter is
comparable for both extruded states. The preferred orientation indicated by the pole figures can thereby
be seen as an explanation for the anisotropy regarding the mechanical behavior in the longitudinal
and transversal direction, but not for the differences between the material states E.530 and E.590.
Consequently, the differences in the arising anisotropy, viz. load direction dependence, for the two
extruded material states (Figures 5 and 6) need to be related back to the deviations of anisotropy
induced by the initial damage between the material states.
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The influence of initial damage was quantified by means of the number of cycles to failure and the
material reaction under comparable loads in dependence on the load direction. The finding, that the
effect of forming-induced ductile initial damage is statistically not significant under compression fatigue
at the load ratio of R = 10 with the principal stress axis transversal to the flow direction (Figure 6), can be
discussed with respect to stress concentrations and microstructural barriers as underlying mechanisms.
Considering classical crack growth theories, initial damage (pores), considered as crack nucleation
loci, promotes the interface decohesion between the metallic matrix and the MnS-inclusions in the
radial direction (Figure 7), due to compressive loads along the principal axis in the extrusion direction.
On the contrary, the propagation might be hindered by microstructural barriers in the axial direction
(Figure 10), due to compressive loads along the principal axis transversal to the extrusion direction.
The microstructural barriers are represented by the fiber direction and especially the location of the
pearlite grains, the MnS-inclusions elongated and the increased axial-length/radial-thickness ratio of
the pores (Section 3.1) transversal to the operating compressive load. Because of these microstructural
characteristics, the stresses would be reduced and the influence of initial damage hindered, respectively
compensated according to the findings of [11] for crack growth analysis. In contrast to this, the stress
concentration is increased due to loads along the principal axis longitudinal to the direction of
forward rod extrusion. The propagation of the initial damage is manifested by the mechanism of
an increased area of matrix/inclusion decohesion, as highlighted in Figure 7. Therefore, the effect
of compressive loads on the influence of the initial damage cannot be denied. This is in agreement
with [38]. The apparent contradiction with the results of Hering et al. obtained for the notch impact
test (Charpy impact test [27]) can be resolved by considering the multiaxial stress stats induced during
testing. The notch of the specimen was located in the radial direction [27], such that the impact
load was induced transversal to the extrusion direction. The resulting stress state is fairly multiaxial,
wherefore the microstructural barriers could be overcome and the influence of the initial damage could
be consequently detectable.
Following this line of argumentation in combination with the findings of [11,39], the results
obtained at load ratio R = 0.1 under pure cyclic tension (Section 3.2.2), the relevance of plastic properties
needs to be discussed as an explanation for the load direction-induced decreased, up to eliminated
influence of the initial damage with regard to the cycles to failure (Figure 9). Based on the argument
of the reduced crack driving force as the underlying mechanism due to the missing compressive
half-cycle [11], further investigations need to be performed. Thereby, the theory that the reduced crack
driving force due to the lack of the compressive half-cycles hinders the influence of the initial damage,
in the sense that the cyclic damage evolves fairly independently of the initial damage, should be
investigated. The operating load amplitude must thereby be considered as a main determinant for
the falsification or verification of this theory. The findings of [27], that quasi-static tensile tests are an
adequate method for the detection of the influence of initial damage, are thereby not contradictable.
This is apparent, because the high tensile forces could activate pore growth and crack propagation,
whilst overcoming barriers, supported by material plasticity. Qian et al. have shown that for cast steels,
shielding effects between pores interacting can arise and thereby compensate for the damaging effect
of pores in a similar manner in dependence on the operating amplitude [40].
In comparison to the results for this cyclic tension load path, the results obtained under cyclic
tension–compression loading (Section 3.2.3 and Figure 12) indicated a load-direction dependence.
The influence of the initial damage correlated with an increased performance with regard to the number
of cycles to failure and material reaction, positively. A reduced degree of initial damage resulted in
an increased material performance for the tow material states E.530/E.590 investigated. This finding
agreed well with the findings for forging under uniaxial and multiaxial load paths for magnesium
alloys [23,24], for the casting of magnesium [41] and iron [42], and for additive manufacturing [43] with
pores at a scale fairly above the 20 µm scale of the investigated initial damage. The dependence of the
influence of the initial damage was quantified in comparison to the results obtained under the cyclic
tensile load path with more than 30% according to Figure 9. The relevance of the compression half-cycle
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highlighted for the fully compressive loads implied relevance to the cyclic damage evolution for the
load case of cyclic tension–compression in accordance with [11]. The results of the microstructural
characterization support this in the way, that the phenomena detected for the single load cases are
combined, even though weakened (compare Figures 7, 10 and 12), possibly due to the interdependencies
between both load cases in the half-cycle sequences. The crack was initiated at the specimen surface,
whereby the initial damage interfered within the cyclic damage evolution (e.g., the formation of slip
bands, intrusions or extrusions). Thereby, the implied dependency of the influence of the initial damage
on the surface condition, respectively the integrity (e.g., roughness, residual stress state or presence of
stress raisers), might limit the transferability of the results. This is particularly true as different damage
mechanisms might interact in different ways with the initial damage.
In summary, the effect of initial damage on the load direction dependence can be quantified in
terms of a reduced number of cycles to failure and an increased material reaction under comparable
loads for the two extruded material states E.530/E.590 investigated. The underlying mechanisms
were discussed to be related to microstructurally affected enhanced material degradation under
tension and compression load cycles due to initial damage-induced crack growth and decohesion
effects within the metallic material matrix and phases as well as between the metallic matrix and the
non-metallic MnS-inclusions.
5. Conclusions
The present study highlights the influence of cold forward rod extrusion-induced initial damage
on the mechanical behavior of the case hardening steel 16MnCrS5 subjected to cyclic axial loads by
comparison between the material states E.530/E.590. A load direction dependence was indicated and
quantified. An effect of initial damage on the cyclic damage evolution in the sense of increased material
degradation was shown for compressive and combined tensile-compressive load cases. This was
particularly true for both the quantification of the influence of initial damage and the underlying
mechanisms of the dependence on the load direction. The influence of initial damage vanished in
cyclic tensile load cases. The role of compressive loads in the cyclic damage evolution was emphasized
in terms of the mechanisms of a promoted matrix/inclusion-interface decohesion in the initially
damaged material. Thereby, the influence of the entire forming-induced microstructure with regard
to the direction of forward rod extrusion was shown. Interdependencies of the effect of the general
microstructure in terms of the preferred grain and phase orientation and the initial damage gave rise to
the load direction dependence investigated. The load direction dependence was shown with regard to
the loading direction relative to the direction of forward rod extrusion and the different load paths in the
longitudinal direction investigated. A contribution of the initial damage to this mechanical anisotropy
of the material was shown in terms of enhanced material degradation due to isotropic crack growth
in the longitudinal direction to the direction of forward rod extrusion as an underlying mechanism.
The relevance of the intermittent testing procedure in addition to the macroscale mechanical testing for
the objective of mesoscale effect correlation became obvious. Further investigations are necessary in
order to separate the influence of initial damage and the mechanisms and interdependencies of the
initial damage contributing to the cyclic damage evolution in dependence on the load direction.
The results of this study are in general agreement with general findings in the literature. Due to
the fact that the current state of the art is limited either to fairly higher degrees of porosity—like casting,
melting or forging defects—or to macroscale approaches to the investigation of the correlation of
pre-deformation and fatigue performance, the comparison and discussion was phenomenological.
The implications of the type of forming or manufacturing (additive manufacturing) must be considered
whilst conducting further investigations and discussing the results comparatively. To date, there is no
consensus on the mechanism and determinants of the effect of forming-induced initial damage on the
cyclic damage evolution.
The need arises to conduct further investigations with regard to the arrest of microstructurally short
cracks nucleated at pores, viz. initial damage, in order to clarify the mechanism of the interdependencies
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of the initial damage and cyclic damage evolution. Thereby the via extrusion formed entire metallic
material structure needs to be considered. Based on this, the load direction dependence of the
influence of the initial damage in terms of crack propagation and crack closure stress effects needs
to be investigated further. Additionally, the influence of the mean stress effect in comparison to the
effect of stress amplitude must be scientifically addressed, in order to identify the interdependencies of
initial damage and fatigue performance.
Author Contributions: Conceptualization, methodology, formal analysis, validation, investigation,
writing—original draft preparation, visualization, data curation, K.M.; resources, formal analysis, writing—review
and editing, supervision, project administration and funding acquisition, F.W. All authors have read and agreed to
the published version of the manuscript.
Funding: The authors gratefully acknowledge the funding by the German Research Foundation (Deutsche
Forschungsgemeinschaft, DFG) for the sub-project C01 (project no. 278868966) within the TRR 188
“Damage-Controlled Forming Processes”. We also thank the DFG and the Ministry of Culture and Science of
North Rhine-Westphalia (Ministerium für Kultur und Wissenschaft des Landes Nordrhein-Westfalen, MKW NRW)
for their financial support within the Major Research Instrumentation Program (servohydraulic tension/torsion
testing system, INST 212/378-1 FUGG) and X-ray diffractometer, INST 212/399-1 FUGG).
Acknowledgments: Particular thanks are directed to Felix Stern due to his support regarding the experimental
set-up and Daniel Kotzem for his contribution regarding the constructive work. Further thanks are due to Oliver
Hering (TRR 188, sub-project A02) for material supply and Anthony Dunlap (TRR 188, sub-project B04) for his
support regarding the damage quantification of the initial material state. The authors acknowledge financial
support by the German Research Foundation (Deutsche Forschungsgemeinschaft, DFG) and TU Dortmund
University (Technische Universitaet Dortmund) within the funding program Open Access Publishing.
Conflicts of Interest: The authors declare no conflict of interest.

References
1.

2.
3.
4.

5.
6.
7.
8.

9.
10.
11.
12.

Federal Ministry for Economic Affairs and Energy: Article Maschinen- und Anlagenbau. Available online:
https://www.bmwi.de/Redaktion/DE/Artikel/Branchenfokus/Industrie/branchenfokus-maschinen-undanlagenbau.html (accessed on 24 April 2020).
Hering, O.; Kolpak, F.; Tekkaya, A.E. Flow curves up to high strains considering load reversal and damage.
Int. J. Met. Form. 2019, 12, 955–972. [CrossRef]
Murakami, Y.; Endo, M. Effect of defects, inclusions and inhomogeneities on fatigue strength. Int. J. Fatigue
1994, 16, 163–182. [CrossRef]
Murakami, Y.; Takahashi, K. Torsional fatigue of a medium carbon steel containing an initial small surface
crack introduced by tension-compression fatigue: Crack branching, non-propagation and fatigue limit.
Fatigue Fract. Eng. Mater. Struct. 1998, 21, 1473–1484. [CrossRef]
Beretta, S.; Foletti, S.; Valiullin, K. Fatigue strength for small shallow defects/cracks in torsion. Int. J. Fatigue
2011, 33, 287–299. [CrossRef]
Tekkaya, A.E.; Ben Khalifa, N.; Hering, O.; Meya, R.; Myslicki, S.; Walther, F. Forming-induced damage and
its effects on product properties. CIRP Ann. Manuf. Technol. 2017, 66, 281–284. [CrossRef]
Schwab, W.; Lange, K. Effect of process parameters in metal forming on fatigue behavior. Ann. CIRP 1985,
34, 215–219. [CrossRef]
Niendorf, T.; Lotze, C.; Canadinc, D.; Frehn, A.; Maier, H.J. The role of monotonic pre-deformation on the
fatigue performance of a high-manganese austenitic TWIP steel. Mater. Sci. Eng. A 2009, 499, 518–524.
[CrossRef]
Das, B.; Singh, A.; Kumar Paul, S. Low cycle fatigue performance of DP600 steel under various pre-straining
paths. Int. J. Fatigue 2020, 132, 105331. [CrossRef]
ASTM E647-15e1; Standard Test Method for Measurement of Fatigue Crack Growth Rates, 2nd ed.; ASTM
International: West Conshohocken, PA, USA, 2015. [CrossRef]
Silva, F.S. The importance of compressive stresses on fatigue crack propagation rate. Int. J. Fatigue 2005, 27,
1441–1452. [CrossRef]
Zhang, J.; He, X.D.; Sha, Y.; Du, S.Y. The compressive stress effect on fatigue crack growth under
tension-compression load. Int. J. Fatigue 2010, 32, 361–367. [CrossRef]

Materials 2020, 13, 2680

13.
14.
15.
16.
17.
18.

19.
20.
21.
22.

23.
24.
25.
26.
27.
28.
29.

30.
31.
32.

33.
34.
35.
36.

18 of 19

Mehrzadi, M.; Taheri, F. Influence of compressive cyclic loading on crack propagation in AM60B magnesium
alloy under random and constant amplitude cyclic loadings. Eng. Fract. Mech. 2013, 99, 1–17. [CrossRef]
Pommier, S. Cyclic plasticity and variable amplitude fatigue. Int. J. Fatigue 2003, 25, 983–997. [CrossRef]
Carlson, R.L.; Kardomateas, G.A. Effects of compressive load excursions on fatigue crack growth. Int. J. Fatigue
1994, 16, 141–146. [CrossRef]
Hermann, R. Fatigue crack growth in ductile materials. Fatigue Fract. Eng. Mater. Struct. 1994, 17, 93–103.
[CrossRef]
Antunes, F.V.; Correia, L.; Camas, D.; Branco, R. Effect of compressive loads on plasticity induced crack
closure. Theor. Appl. Fract. Mech. 2015, 80, 193–204. [CrossRef]
Tack, A.J.; Beevers, C.J. The influence of compressive loading on fatigue crack propagation in three aerospace
bearing steels. In Proceedings of the 4th International Conference on Fatigue and Fatigue Threshold,
Honolulu, HI, USA, 15–20 July 1990; pp. 1179–1184. [CrossRef]
Bonniot, T.; Doquet, V.; Mai, S.H. Fatigue crack growth under non-proportional mixed-mode I + II. Role of
compression while shearing. Int. J. Fatigue 2020, 134, 105513. [CrossRef]
Said, J.; Fouvry, S.; Cailletaud, G.; Yang, C.; Hafid, F. Shear driven crack arrest investigation under compressive
state prediction of fretting fatigue failure of aluminum strands. Int. J. Fatigue 2020, 136, 105589. [CrossRef]
Bai, S.; Sha, Y.; Zhang, J. The effect of compression loading on fatigue crack propagation after a single tensile
overload at negative stress ratios. Int. J. Fatigue 2018, 110, 162–171. [CrossRef]
Bomidi, J.A.R.; Weinzapfel, N.; Slack, T.; Mobasher Moghaddam, S.; Sadeghi, F.; Liebel, A.; Weber, J.; Kreis, T.
Experimental and numerical investigation of torsion fatigue of bearing Steel: Failure mechanism. J. Tribol.
2013, 153, 031103. [CrossRef]
Gryguc, A.; Behravesh, S.B.; Shaha, S.K.; Jahed, H.; Wells, M.; Williams, B.; Su, X. Multiaxial cyclic behavior
of extruded and forged AZ80 Mg alloy. Int. J. Fatigue 2019, 127, 324–337. [CrossRef]
Toscano, D.; Shaha, S.K.; Behravesh, B.; Jahed, H.; Williams, B. Effect of forging on the low cycle fatigue
behavior of cast AZ31B alloy. Mater. Sci. Eng. A 2017, 706, 342–356. [CrossRef]
Vicente, M.A.; González, D.C.; Mínguez, J.; Tarifa, M.A.; Ruiz, G.; Hindi, R. Influence of the pore morphology
of high strength concrete on its fatigue life. Int. J. Fatigue 2018, 112, 106–116. [CrossRef]
Georgsmarienhütte GmbH. Range of Materials, 1st ed.; Georgsmarienhütte GmbH: Georgsmarienhütte,
Germany, 2017; pp. 1–24.
Hering, O.; Tekkaya, A.E. Damage-induced performance variations of cold forged parts. J. Mater. Process.
Technol. 2019. [CrossRef]
Hering, O.; Dunlap, A.; Tekkaya, A.E.; Aretz, A.; Schwedt, A. Characterization of damage in forward rod
extruded parts. Int. J. Mater. Form. 2019. [CrossRef]
Teschke, M.; Koch, A.; Walther, F. Comparison of high-temperature compression and
compression-compression fatigue behavior of magnesium alloys DieMag422 and AE42. Materials 2020, 13,
497. [CrossRef] [PubMed]
DIN EN ISO 50106:2016-11; Testing of Metallic Materials—Compression Test at Room Temperature, 2nd ed.; Beuth
Verlag GmbH: Berlin, Germany, 2016. [CrossRef]
Dengel, D.; Harig, H. Estimation of the fatigue limit by progressively-increasing load tests. Fatigue Fract.
Eng. Mater. Struct. 1980, 3, 113–128. [CrossRef]
Kusche, C.F.; Dunlap, A.; Pütz, F.; Tian, C.; Kirchlechner, C.; Aretz, A.; Schwedt, A.; Al-Samman, T.;
Münstermann, S.; Korte-Kerzel, S. Efficient characterization tools for deformation-induced damage at
different scales. J. Prod. Eng. Res. Dev. 2020, 14, 95–104. [CrossRef]
Rice, J.R.; Tracey, D.M. On the ductile enlargement of voids in triaxial stress fields. J. Mech. Phys. Solids 1969,
17, 201–217. [CrossRef]
Zapara, M.; Augenstein, E.; Helm, D. Prediction of damage in cold bulk forming processes. Proc. Appl. Math.
Mech. 2014, 14, 1037–1040. [CrossRef]
Thornton, P.A. The influence of nonmetallic inclusions on the mechanical properties of steel. J. Mater. Sci.
1971, 6, 347–356. [CrossRef]
Raghupathy, V.P.; Srinivasan, V.; Krishnan, H.; Chandrasekharaiah, M.N. The effect of sulphide inclusions
on fracture toughness and fatigue crack growth in 12 wt % Cr steels. J. Mater. Sci. 1982, 17, 2112–2126.
[CrossRef]

Materials 2020, 13, 2680

37.
38.
39.
40.
41.
42.
43.

19 of 19

Temmel, C.; Ingesten, N.-G.; Karlsson, B. Fatigue anisotropy in cross-rolled, hardened medium carbon steel
resulting from MnS inclusions. Metall. Mater. Trans. A 2006, 37, 2995–3007. [CrossRef]
Kasaba, K.; Sano, T.; Kudo, S.; Shoji, T.; Katagiri, K.; Sato, T. Fatigue crack growth under compressive loading.
J. Nucl. Mater. 1998, 258–263, 2059–2063. [CrossRef]
Silva, F.S. Crack closure inadequacy at negative stress ratios. Int. J. Fatigue 2004, 26, 241–252. [CrossRef]
Qian, L.; Cui, X.; Liu, S.; Meng, J.; Zhang, F.; Xie, H. Cyclic deformation fields interactions between pores in
cast high manganese steel. Int. J. Plast. 2019, 112, 18–35. [CrossRef]
Kumar, A.; Adharapurapu, R.; Jones, J.W.; Pollock, T. In situ damage assessment in a cast magnesium alloy
during vhcf. Scr. Mater. 2011, 64, 65–68. [CrossRef]
Heine, L.-M.; Bezold, A.; Broeckmann, C. Long crack growth and crack closure in high strength nodular cast
iron. Eng. Fract. Mech. 2018, 192, 24–53. [CrossRef]
Fatemi, A.; Molaei, R.; Phan, N. Multiaxial fatigue of additive manufactured metals, performance analysis
and applications. Int. J. Fatigue 2020, 134, 105479. [CrossRef]
© 2020 by the authors. Licensee MDPI, Basel, Switzerland. This article is an open access
article distributed under the terms and conditions of the Creative Commons Attribution
(CC BY) license (http://creativecommons.org/licenses/by/4.0/).

