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Abstract: In the field of surgery, bioresorbable magnesium is considered a promising candidate. Its
low corrosion resistance, which is disadvantageous for technical application, is advantageous for
surgery since the implant fully degrades in the presence of the water-based body fluids, and after
a defined time the regenerating bone takes over its function again. Therefore, knowledge of the
corrosion behavior over several months is essential. For this reason, an in vitro short-time testing
method is developed to accelerate the corrosion progress by galvanostatic anodic polarization without
influencing the macroscopic corrosion morphology. The initial corrosion rate of the magnesium
alloy WE43 is calculated by detection of the hydrogen volume produced in an immersion test. In
a corresponding experimental setup, a galvanostatic anodic polarization is applied with a threeelectrode system. The application range for the polarization is determined based on the corrosion
current density from potentiodynamic polarization. To correlate the initial corrosion rate, and
accelerated dissolution rate, the corrosion morphologies of both test strategies are characterized by
microscopy images, as well as energy dispersive X-ray spectroscopy and Fourier-transform infrared
spectroscopy. The results demonstrate that the dissolution rate can be increased in the order of
decades with the limitation of a changed corrosion morphology with increasing polarization. With
this approach, it is possible to characterize and exclude new unsuitable magnesium alloys in a
time-efficient manner before they are used in subsequent preclinical studies.
Keywords: bioresorbable implants; magnesium alloys; WE43; immersion test; galvanostatic anodic
polarization; corrosion process; corrosion morphology
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1. Introduction
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The element magnesium (Mg) is involved in many biochemical mechanisms of the
human body, including wound healing, hard and soft tissue regeneration, as well as protein
synthesis [1–3]. It has also been shown that Mg is involved in processes that promote
bone growth [4]. Due to its similar mechanical properties to human (cortical) bone and its
biodegradable properties, magnesium is the focus of research for surgical applications such
as reconstruction plates/screws and regeneration scaffolds [5,6]. Magnesium and its low
corrosion resistance has proven to be of advantage since the implant fulfills its function
over a defined period (functional phase) and fully degraded afterwards, making the usual
implant removal with all its risks and costs obsolete [4,7].
For this application, however, exact knowledge of the duration of the functional phase
must be provided so that the progressive reduction in mechanical stability does not lead
to premature implant failure and thereby to a risk to human health [8]. Furthermore,
magnesium corrosion is accompanied by hydrogen release and alkalization of the implant
environment, possibly leading to gas cavity formation and worsening of the healing
process [4]. There are various methods to evaluate the corrosion process and corrosion
rate. A distinction must be made between an in vitro corrosion rate, determined in a
preclinical trial, and an in vivo corrosion rate, determined in an animal experiment. Since
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animal experiments are ethically questionable, many studies focus on in vitro corrosion
investigations [9–11], which can be divided into electrochemical [12–14] and immersion
investigations [15–17]. In the field of electrochemical testing, potentiodynamic polarization
(PDP) measurement is often used due to the short test duration. However, owing to
the negative difference effect (NDE), it leads to inaccurate values of the corrosion rate.
According to current studies, the applied anodic polarization leads to a cathodic activation
of the sample resulting in a surface layer with a persistent cathodic effect reducing by
a cathodic value the anodic current density falsifying the results [18–20]. Hence, PDP
measurement should mainly be used to estimate the corrosion rate and for the qualitative
comparison of different material conditions.
The current method to determine the in vitro corrosion rate and evaluate the corrosion
behavior is the immersion test with detection of the hydrogen volume produced and
or the mass loss [11,15–17]. The corrosion rate can be determined immediately via the
mass loss; however, it does not allow in situ measurements, and the removal of the
corrosion layer by—e.g., the carcinogenic chromic acid—is another disadvantage. In
contrast, hydrogen detection allows an indirect calculation of the corrosion rate by using
the reaction equation of Mg corrosion. It enables an in situ measurement [21], allowing
the evaluation of a time-dependent corrosion behavior, which is of advantage compared
to PDP. Due to the formation of an inhibiting corrosion layer, Mg alloys usually exhibit a
time-dependent corrosion behavior. The uncorroded surface is more reactive, resulting in a
high hydrogen evolution rate (HER). The arising corrosion layer is porous and allows the
electrolyte to access the surface. With increasing immersion time, a thicker, more protective
corrosion layer is formed, leading to a decrease in accessibility and thus to a decrease in
HER [11,22,23]. This effect can be enhanced by alloying elements that change the nature of
the corrosion layer [24]. An adverse effect can be observed due to corrosion pit formation.
The accumulation of alloying elements leads to micro-galvanic effects resulting in locally
enhanced dissolution and hydrogen formation. Since the formation and the growth of
the corrosion pits is a stochastic process, the probability of their occurrence increases with
increasing immersion time [22]. Due to the time-dependent corrosion behavior and the long
intended lifetime in the human body, a corresponding long immersion time is necessary [4].
The relatively short durability of the current corrosion media leads to periodic renewal. On
the one hand, the medium exchange can influence the corrosion process, on the other hand,
it results in high testing efforts and costs.
The present study investigates a short-time testing method to accelerate the corrosion
process without influencing the macroscopic corrosion morphology. For this purpose, a
modification of the common Mg alloy WE43 (yttrium, neodymium, zirconium) is used. This
alloy has a suitable property profile of corrosion resistance and biocompatibility [10,25]. It
should be noted that alloy WE43 is studied as an example and the method to be developed
should be applicable to all other magnesium alloys. In the first step, the initial corrosion
rate is determined in immersion tests by detecting the hydrogen volume. Based on PDP
measurements, an application range for galvanostatic anodic polarization is evaluated so
that in the second step, immersion tests with polarization are carried out to accelerate the
dissolution rate. These investigations are accompanied by a microstructural analysis of
the corrosion morphology. The short-time testing method aims to generate a mathematical
correlation between the polarization current density and the dissolution rate, allowing
an estimation of longer immersion times and an exclusion of unsuitable Mg alloys before
preclinical examination.
2. Materials and Methods
Extruded rod material of the magnesium alloy WE43 (yttrium 3.62–3.78 wt %, neodymium
2.74–2.91 wt %, zirconium 0.24–0.28 wt %; Meotec GmbH, Aachen, Germany) with an initial
diameter of 9.5 mm is used. The rod material is separated into cylinders and embedded
with a non-conductive cold embedding agent. The samples are polished to 1 µm with
water-free diamond suspension. A drilling in the back side of the embedding agent allows
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the samples to be electrically connected. This procedure is used for both microstructural
and corrosion investigations. The microstructure, as well as the elemental distribution, are
characterized using a focused ion beam scanning electron microscope (FIB-SEM, Crossbeam
XB 550L, Carl Zeiss AG, Oberkochen, Germany) with an integrated energy dispersive X-ray
spectroscopy (EDS) detector. The different magnifications are investigated at a working
distance of 2.7 mm and acceleration voltages of 5 and 15 kV.
2.1. Corrosion Investigations
For all investigations, the same experimental setup is used, it consists of a selfdeveloped corrosion cell, which is continuously supplied with an electrolyte via a peristaltic
pump. The electrolyte is kept at a temperature of 36.5 ◦ C by a thermostat. The electrolyte
used is a minimum essential medium (MEM, Nr. 31095029, Life Technologies, Carlsbad,
CA, USA) with an addition of 1% glutamine. This composition is comparable to the
physiological human blood plasma (Table 1), hence, to the in vivo situation, and could be
evaluated as suitable in previous studies [10,26].
Table 1. Composition of the electrolyte used (modified minimum essential medium (MEMm)) in comparison to human
blood plasma. Values are taken from the product data sheets and from [27].
(g L−1 )

Concentration (mM)
Na+

K+

Ca2+

Mg2+

HCO3 −

Cl−

HPO4 2−

SO4 2−

Glucose

Amino Acids

Blood plasma

142

5

2.5

1.5

27

103

1

0.5

5

Variable

MEMm

144.4

5.3

1.8

0.8

26.2

124.4

1.01

0.8

5.6

0.9

The addition of 1% penicillin/streptomycin and 1% fungizone prevents early contamination by bacteria and fungi. Since electrochemical measurements are used, the
experimental setup (apart from the electrical components) is located in a Faraday cage, minimizing external sources of interference (electric field and electromagnetic wave). Through
a screw fixing, the embedded samples are pressed against an opening in the bottom plate of
the corrosion cell so that the magnesium samples are in direct contact with the electrolyte
and electrically connected via the drilling in the back side. The corrosion cell has one port,
each for a graphite counter electrode and an Ag/AgCl reference electrode, including the
Haber-Luggin capillary. For the experiments without electrochemical measuring technique,
these ports are closed. A PCI4300 potentiostat (Gamry Instruments Inc, Warminster, PA,
USA) is used for the experiments. A burette with a collecting funnel is placed over the
sample to measure the volume of hydrogen produced. The medium-volume-to-area ratio
of the corrosion cell is 176.4 mL cm−2 and is, therefore, sufficient according to Kirkland
et al. [28]. Besides, the peristaltic pump ensures a continuous exchange of the medium to
avoid saturation effects (Figure 1).
2.1.1. Potentiodynamic Polarization
Potentiodynamic polarization (PDP) measurements are performed in a potential interval from 250 mV in the cathodic to 700 mV in the anodic range relative to the open circuit
potential (OCP). A scan rate of 0.8 mV s−1 is used to increase the potential. The measurements are started after reaching the OCP. After the test has been carried out, the actual
corroded area is determined by a light microscope, and these values are used to calculate
the current densities i. The experiments are evaluated by the software Echem Analyst
(Gamry Instruments Inc, Warminster, PA, USA) using Tafel extrapolation of the cathodic
branch to determine the corrosion current density icorr and Faraday’s law to estimate the
.
corrosion rate mcorr,e Furthermore, the Tafel curves are used for the dimensioning of the
immersion tests with galvanostatic anodic polarization.
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Figure 4 shows the results of immersion tests without polarization plotted with the
3.2.2. Immersion Tests
specific hydrogen volume VH2,spec over the immersion time t. It shows the individual data
Figure 4 shows the results of immersion tests without polarization plotted with the
points, as well as two regression lines for each test. Since the data are measured manually,
specific hydrogen volume VH2 ,spec over the immersion time t. It shows the individual data
there are gaps in the data shown by dotted lines. The curves exhibit an almost linear bepoints, as well as two regression lines for each test. Since the data are measured manually,
havior at the beginning of the immersion, after 5–11 hours, it turns into another linear
there are gaps in the data shown by dotted lines. The curves exhibit an almost linear
region of the lower slope.
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Figure 4. Results of immersion tests without galvanostatic polarization on Mg WE43 in a modified
minimum essential medium at 36.5 °C (immersion time of 48 hours).
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Table 3. Summarized results of immersion tests on Mg WE43 in a modified minimum essential
medium at 36.5 ◦ C.
.
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76.555–97.428

0.5

7.51 · 102

98.205

1

1.27 · 103

99.490

2

2.97 · 103

99.533

20

104

99.932

.

3.66 ·

3.3. Microstructure—Corrosion Condition
Selected light and electron microscopic images, as well as EDS, and Fourier-transform
infrared spectroscopy (FTIR) scans, are examined to evaluate both test strategies. Figure 6
shows an overview image of a sample without polarization (icorr ) and one for each polar-

1
2
20
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Selected light and electron microscopic images, as well as EDS, and Fourier-transform infrared spectroscopy (FTIR) scans, are examined to evaluate both test strategies.
Figure 6 shows an overview image of a sample without polarization (icorr) and one for each
ization step. For the experiments without polarization, a relatively uniform corrosion layer
polarization step. For the experiments without polarization, a relatively uniform corrosion
is obtained whereby the edge areas of the embedded sample are less affected.
layer is obtained whereby the edge areas of the embedded sample are less affected.

Figure 6. Light microscopic images of Mg WE43 after immersion in a modified minimum essential medium at 36.5 °C with
Figure 6. Light microscopic images of Mg WE43 after immersion in a modified minimum essential medium at 36.5 ◦ C with
and without galvanostatic anodic polarization.
and without galvanostatic anodic polarization.
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arranging themselves in circles of different diameters around the sphere.
For the analysis of these formations, Figure 8a displays a SEM image with plotted
EDS points, Figure 9a shows the corresponding atomic percentages of the elements magnesium (Mg), oxygen (O), phosphorus (P), calcium (Ca), and carbon (C) and an analysis
of the molecular compounds in Figure 9b. These figures illustrate that for the deposits,
compared to the homogeneous corrosion layer, the percentage of O, Ca, and P increases,
and the percentage of Mg decreases. Figure 8b shows a FTIR scan after unaccelerated corrosion and, as an example, after accelerated corrosion (ia = 0.5 mA cm−2) with the absorbance A plotted over the wavenumber ν. In general, the peaks occurring at 1500, 1401,
1030, 851, and 556 cm−1 are similar for both testing strategies, except a broader activity
between 3630 and 2460 cm−1 occurring only for accelerated corrosion. The deposit’s morphology cannot be found in the experiments with polarization. Figure 8b shows a different
structure without a circular or spherical formation. Rather it can be described as a volcanic
structure. Besides the large uniform corrosion layer in Figure 6 (icorr), a corrosion pit is
recognizable. This could also be observed for the other samples of the immersion tests
without polarization. For the accelerated immersion tests, the number of locally intensified corrosion increases with increasing anodic current density. Figure 7b,c show exemplary SEM images of the corrosion morphology for a current density of ia = 1 mA cm−2.
Between the corrosion pits (Figure 7b), areas with a homogeneous corrosion morphology
are visible (Figure 7c), comparable to the unaccelerated tests (Figure 7a). Furthermore, the
degree of degradation decreases with increasing distance to the center of the corrosion
pits.

Figure 7.
7. Microstructural
on Mg
Mg WE43
at 36.5
◦ C:
Figure
Microstructural investigations
investigations on
WE43 after
after immersion
immersion in
in aa modified
modified minimum
minimum essential
essential medium
medium at
36.5 °C:
−2.
(a) 48 hours at icorr; (b) and (c) with galvanostatic polarization at ia = 1 mA−cm
2
(a) 48 h at icorr ; (b) and (c) with galvanostatic polarization at ia = 1 mA cm .

For the analysis of these formations, Figure 8a displays a SEM image with plotted EDS
points, Figure 9a shows the corresponding atomic percentages of the elements magnesium
(Mg), oxygen (O), phosphorus (P), calcium (Ca), and carbon (C) and an analysis of the
molecular compounds in Figure 9b. These figures illustrate that for the deposits, compared
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to the homogeneous corrosion layer, the percentage of O, Ca, and P increases, and the
percentage of Mg decreases. Figure 8b shows a FTIR scan after unaccelerated corrosion
and, as an example, after accelerated corrosion (ia = 0.5 mA cm−2 ) with the absorbance A
∼
plotted over the wavenumber ν. In general, the peaks occurring at 1500, 1401, 1030, 851, and
556 cm−1 are similar for both testing strategies, except a broader activity between 3630 and
2460 cm−1 occurring only for accelerated corrosion. The deposit’s morphology cannot be
found in the experiments with polarization. Figure 8b shows a different structure without
a circular or spherical formation. Rather it can be described as a volcanic structure. Besides
the large uniform corrosion layer in Figure 6 (icorr ), a corrosion pit is recognizable. This
could also be observed for the other samples of the immersion tests without polarization.
For the accelerated immersion tests, the number of locally intensified corrosion increases
with increasing anodic current density. Figure 7b,c show exemplary SEM images of the
corrosion morphology for a current density of ia = 1 mA cm−2 . Between the corrosion
pits (Figure 7b), areas with a homogeneous corrosion morphology are visible (Figure 7c),
comparable to the unaccelerated tests (Figure 7a). Furthermore, the degree of degradation
Figure 7. Microstructural investigations on Mg WE43 after immersion in a modified minimum essential medium at 36.5 °C:
decreases
with increasing
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at ia =to1 the
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Figure 9.
9. Composition of the corrosion layer of Mg WE43
WE43 after
after immersion
immersion in aa modified
modified minimum
minimum essential
essential medium at
◦
36.5
°C:
(a)
Results
of
EDS
point
analysis
after
48
hours
at
i
corr; (b) FTIR traces after 48 hours’ immersion at icorr and with
36.5 C: (a) Results of EDS point analysis after 48 h at icorr ; (b) FTIR traces after 48 hours’ immersion at icorr and with
mA cm−2−.2
galvanostatic polarization
polarization at
at iia == 0.5
galvanostatic
a 0.5 mA cm .

4. Discussion
The initial microstructure exhibits a high number of evenly distributed precipitates
of alloying elements. These occur as intermetallic compounds inhomogeneous in size and
shape (Figure 2). Besides the α-Mg matrix, the microstructure consists of a second phase
Mg12(RE), accumulating at the grain boundaries, a stick-like β-phase within the matrix
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4. Discussion
The initial microstructure exhibits a high number of evenly distributed precipitates of
alloying elements. These occur as intermetallic compounds inhomogeneous in size and
shape (Figure 2). Besides the α-Mg matrix, the microstructure consists of a second phase
Mg12 (RE), accumulating at the grain boundaries, a stick-like β-phase within the matrix
(Mg14 Nd2 Y), as well as yttrium-rich (MgY, Mg14 Y5 , Mg24 Y5 ), neodymium-rich (Mg41 Nd5 ,
Mg12 Nd), and zirconium-rich precipitates [23,29,30]. In general, rare earth elements are
considered to have a passivating effect on the corrosion behavior of magnesium (Mg)
alloys [5]. However, inhomogeneous microstructures tend to cause corrosion pits due to
micro-galvanic effects [31]. For alloy WE43, this is mainly favored by the accumulation of
yttrium- and zirconium-rich precipitates [30]. To what extent both effects influence each
other and which one dominates will be explained in the following discussion.
Potentiodynamic polarization (PDP) allows a first estimation of the corrosion rate
.
mcorr,e and a qualitative corrosion behavior. The determined corrosion current densities icorr and the estimated corrosion rate (Table 2) are comparable to those found in the
literature [23,29,32]. The qualitative course of the anodic branch demonstrates moderate
polarizability (Figure 3). Furthermore, the flattening near the open circuit potential (OCP)
indicates the formation of a passive layer, which disrupts as the potential increases accompanied by increased noise and passes into the pronounced active area with strong
anodic dissolution. Consequently, the course of the anodic branch supports the thesis of a
passivating corrosion behavior [32]. Based on the corrosion current density, as well as the
anodic branch, four polarization steps are chosen for the immersion tests with galvanostatic
polarization (0.5, 1, 2, and 20 mA cm−2 ).
To compare both test strategies, the results of unaccelerated corrosion are discussed
first. The course of the hydrogen evolution exhibits a reduction of the slope and suggests
a passivating corrosion behavior of the alloy Mg WE43 (Figure 4). In general, the course
is comparable to other studies that investigated Mg WE43 [9,11]. In a study by Jung
et al., a qualitatively and quantitatively similar course was observed on the same alloy
composition [10]. Here, the course between the two regression lines becomes clearer.
Considering the corrosion morphology, an accumulation of brighter areas in the corrosion
layer is recognizable, indicating the inclusion of alloying elements with higher density
(Figure 7). These inclusions are accompanied by a slight change in the Pilling–Bedworth
ratio (PBR) and lead to higher oxide layer stability [33]. This value describes the ratio
of the molar volumes of the metallic element and the respective oxide and is PBR = 0.81
for magnesium/magnesium oxide. According to the definition, values PBR < 1 lead
to cracking of the oxide layer and do not provide sufficient protection of the subjacent
substrate material [24]. The layer’s cracking can also be observed in the electron microscopic
images. Nevertheless, the course of hydrogen evolution and the inclusion of alloying
elements in the corrosion layer suggest a change in PBR, and consequently, an increase
in the layer stability [33]. Besides the extensive homogeneous corrosion morphology, the
samples of unaccelerated corrosion show locally intensified corrosion (Figure 6). According
to current literature, these are due to increased accumulations of the alloying elements
yttrium and zirconium [11,33]. By measuring the Volta potential, Coy et al. were able to
detect significant differences between the zirconium-rich (about +170 mV) as well as the
yttrium-rich precipitates (about +50 mV) and the α-Mg matrix, whereas the second phase
and β-phase showed negligible differences (+25 and +15 mV, respectively) [30]. Based
on these potential differences, it can be assumed that micro-galvanic corrosion is mainly
driven by zirconium-rich precipitates.
In comparison, the hydrogen evolution of accelerated corrosion does not show any
change in slope and thus no passivation tendency (Figure 5). This is associated with the
increased number of corrosion pits with increasing polarization current density (Figure 6).
It can be assumed that the increase in hydrogen evolution due to galvanostatic polarization
is driven by the number of corrosion pits on the inhomogeneous microstructure. This
theory is in accordance with the areal homogeneous corrosion morphology between the
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corrosion pits (Figure 7c). Furthermore, anodically controlled corrosion causes a higher coefficient of determination of the regression lines (Table 3). The composition of the corrosion
layer, as well as the deposit’s morphology of the unaccelerated tests (Figure 9), is consistent
with the current literature [11,34]. In addition to the characteristic components Mg and
oxygen (O), the layer contains the elements phosphorus (P), calcium (Ca), and carbon (C),
whereby the proportion of the latter increases for the circular deposits. To determine the
chemical compounds, the peaks of the Fourier-transform infrared spectroscopy (FTIR)
scans are considered (Figure 9). The activity at 1030 cm−1 can be attributed to phosphate
ions (PO4 3 − ), whereas the double peak at 1500 and 1401 cm−1 and the peak at 851 cm−1 are
due to stretching and bending of carbonate ions (CO3 − ) [9,22]. Consequently, the formation
of a poorly crystalline carbonate-enriched apatite layer is assumed [22]. The classification
of the activity at 556 cm−1 is more difficult. Based on the current literature, it indicates
the presence of hydroxide groups (OH− ) [35] or also of phosphate compounds [22,34].
Similarly, the broad activity between 3630 and 2460 cm−1 , occurring only for the accelerated immersion tests, indicates the presence of OH− [34,35]. Furthermore, no circular or
spherical deposits are observable for the accelerated tests, only volcano-like deposits can
be found (Figure 8). The deposition of phosphate and carbonate compounds seems to be a
time-dependent process [11,22]; hence, they cannot be found due to the shortened duration
of the accelerated tests. Accordingly, the corrosion layer consists mainly of the characteristic
magnesium oxides. It is questionable to what extent the time-dependent deposition of
phosphates and carbonates affects the actual corrosion process and the mechanical stability
and whether application-oriented acceleration by galvanostatic polarization is possible.
.
12 of 15
To quantify this, Figure 10 shows the calculated dissolution rates mdiss (Table 3) plotted
against the current density i in a double-logarithmic representation.
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tion (1)
mdiss = 103.139 ·i1.094
(1)
For this alloy, the dissolution
is3.139
controllable
by using galvanostatic anodic(1)
polar= 10
∙ i1.094
mdissrate
ization under the test conditions described. The extent to which the corrosion morphology,
For this alloy, the dissolution rate is controllable by using galvanostatic anodic podeviating with increasing polarization, influences the mechanical stability in the functional
larization under the test conditions described. The extent to which the corrosion morpholphase of the implant remains open for the moment. With the assumption of equal absoogy, deviating with increasing polarization, influences the mechanical stability in the
functional phase of the implant remains open for the moment. With the assumption of
equal absolute mass loss (mcorr(t0) = mdiss(ta) with t0 >> ta), equation 1 was converted.
Thereby, Equation 2 gives a relationship between the required current density i, the unaccelerated corrosion rate mcorr, the immersion time to be simulated t0, and the shortened
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lute mass loss (mcorr (t0 ) = mdiss (ta ) with t0 >> ta ), Equation (1) was converted. Thereby,
Equation (2) gives a relationship between the required current density i, the unaccelerated
.
corrosion rate mcorr , the immersion time to be simulated t0 , and the shortened immersion
time ta . It can be calculated which current density is necessary to reproduce the mass loss
of a longer immersion time (of several weeks) by choosing a shortened immersion time
(e.g., a few days). Thereby, the experimental effort to determine the initial corrosion rate is
negligible compared to the immersion times to be simulated.
i=

q

1.094

.

mcorr ·(t0 /ta )·10−3.139

(2)

It should be noted that Equation (2) assumes constant unaccelerated corrosion rate
.
.
mcorr and accelerated dissolution rates mdiss . For the immersion tests without polarization,
this is assumed in good approximation (see Figure 4). Since the tests with polarization
(see Figure 5) did not show any time-dependent hydrogen evolution rate (HER), this
assumption is also correct. For long-term immersion tests (of several weeks) with timedependent corrosion behavior, the variation of the current density is also conceivable.
Calculation of the current density via a weighted mean corrosion rate is as well possible.
5. Conclusions
In this study, the magnesium alloy WE43 was used to investigate the feasibility of
galvanostatic anodic polarization for accelerating the corrosion process. The corrosion
behavior with and without polarization was investigated in instrumented immersion tests,
and the resulting corrosion morphologies were examined. Based on the investigations, the
following conclusions can be drawn:
Due to the inhomogeneous microstructure with zirconium- and yttrium-rich intermetallic precipitations, the alloy used tends to corrosion pits, increasing in occurrence
by the application of galvanostatic anodic polarization. Inclusions and depositions of
phosphates and carbonates form on the corrosion layer. This process appears to be timedependent and is therefore difficult to reproduce in a short-time test. Regardless of these
limitations, a mathematical relationship between polarization current density and dissolution rate as well as a simplified model for the simulation of extended immersion periods
have been established. In good approximation, the model assumes constant corrosion
rates. For longer immersion times, with varying corrosion rates, as experience shows, an
adjustment of the model is necessary and possible.
In further investigations, the influence of the corrosion pits on the mechanical fatigue
properties, and thus on the functional phase of the bioresorbable implants, will be investigated. For this purpose, three-dimensional test specimens, as well as longer immersion
times, will be used. The precise corrosion mechanism responsible for the mentioned pitting
will be determined so that the short-time testing method can be optimized and validated.
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