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Abstract
Renewable and environmentally responsive materials are an energy- and resource-efficient approach in terms of civil
engineering applications, e.g. as so-called smart building skins. To evaluate the influence of different environmental
stimuli, like humidity or solar radiation, on the long-term actuation behavior and mechanical robustness of these
materials, it is necessary to precisely characterize the magnitude and range of stimuli that trigger reactions and the
resulting kinetics of a material, respectively, with suitable testing equipment and techniques. The overall aim is to
correlate actuation potential and mechanical properties with process- or application-oriented parameters in terms of
demand-oriented stimuli-responsive element production. In this study, the impact of solar radiation as environmental
trigger on the cellulose-based humidity-sensing material Cottonid, which is a promising candidate for adaptive and
autonomously moving elements, was investigated. For simulating solar radiation in the lab, specimens were exposed
to short-wavelength blue light as well as a standardized artificial solar irradiation (CIE Solar ID65) in long-term aging
experiments. Photodegradation behavior was analyzed by Fourier-transform infrared as well as electron paramagnetic
resonance spectroscopy measurements to assess changes in Cottonid’s chemical composition. Subsequently, changes
in micromechanical properties on the respective specimens’ surface were investigated with roughness measurements
and ultra-micro-hardness tests to characterize variations in stiffness distribution in comparison to the initial condition.
Also, thermal effects during long-term aging were considered and contrasted to pure radiative effects. In addition, to
investigate the influence of process-related parameters on Cottonid’s humidity-driven deformation behavior, actuation
tests were performed in an alternating climate chamber using a customized specimen holder, instrumented with
digital image correlation (DIC). DIC was used for precise actuation strain measurements to comparatively evaluate
different influences on the material’s sorption behavior. The infrared absorbance spectra of different aging states of
irradiated Cottonid indicate oxidative stress on the surface compared to unaged samples. These findings differ under
pure thermal loads. EPR spectra could corroborate these findings as radicals were detected, which were attributed to
oxidation processes. Instrumented actuation experiments revealed the influence of processing-related parameters on
the sorption behavior of the tested and structurally optimized Cottonid variant. Experimental data supports the
definition of an optimal process window for stimuli-responsive element production. Based on these results, tailor-made
functional materials shall be generated in the future where stimuli-responsiveness can be adjusted through the
manufacturing process.
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Introduction and state of the art
Stimuli-responsive materials inspired by the natural
behavior of biological structures, like plants, are adaptive
elements in various applications, viz. in biomedicine for
drug delivery, in microfluidics and robotics as well as in
bioarchitecture for development of e.g. climate-adaptive
shading systems [1]. With regard to each application,
different stimuli are relevant and, range e.g. from
temperature and relative humidity to light and radiation.
In bioarchitecture, the passive humidity-driven shape
change of cellulose-based materials, like plants and
wood, in reaction to changing environmental, i.e. weathering, conditions is used for an energy-efficient conversion of
primary energy into a kinetic one. Consequently, it is in the
nature of things, that these adaptive construction materials
are additionally exposed to elevated temperatures and ultraviolet (UV) light during service, and it is of high relevance
to characterize their thermal and radiation induced degradation behavior and its effect on their long-term material
properties [2]. Since adaptivity to external stimuli, like
temperature or relative humidity, is the condition for an
efficient technical usage of weathering conditions within
bioarchitecture, mostly polymer-based material systems,
especially wood, are used for the development of so-called
smart building skins [3].
In this context, Cottonid is a cellulose-based humiditysensing material manufactured by the parchmentizing
process, which exhibits great potential for the production
of climate-adaptive elements with tailor-made material
properties [4]. This study focusses the impact of solar
radiation on chemical structure and micromechanical
properties of Cottonid. It is an extract of a comprehensive
experimental study on the influence of individual manufacturing parameters on the functional and mechanical properties of the biopolymeric material by means of
instrumented actuation and fatigue assessments. The results are used for application-oriented structural
optimization of Cottonid for applications for adaptive construction materials by adjustment of the manufacturing
process.
The results presented were obtained by a combination
of non-destructive analytical and micromechanical
investigations to build up a more profound knowledge
about Cottonid’s interaction with its environment and
the effect of long-term exposure to weathering conditions
on its structure-property-relationships on the exposed
surface. In the next step, the effect on the macromechanical
properties will be investigated by the help of instrumented
quasi-static and fatigue experiments.
Bioinspired, stimuli-responsive materials for constructionrelated applications

In response to external stimuli, like temperature, relative
humidity or light etc., stimuli-responsive polymer-based
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material systems are able of autonomous reactions, e.g.
adaptive shape changing, which is an energy-efficient
way of producing kinetic energy or a mechanical force
due to volume expansion. Therefore, nowadays in terms
of energy-efficiency and eco-friendliness this bio-inspired
mechanism is very interesting for implementation in technical and engineering issues. Applications fields are various
and range from microfluidics over soft robotics to socalled bioarchitectural topics, where smart building skins
respond to changing weathering conditions with adaptive
reactions. E.g., with increasing temperature, single façade
elements expand to provide shading and shrink, when
temperatures are decreasing again, so that they are not
permanently blocking the sight out of the building. In case
of cellulose-based materials, like wood, the decisive stimulus, which activates the adaptive reactions, is humidity.
Due to hygroscopic water uptake from the surrounding
environment, cellulose micro fibrils swell perpendicular to
their orientation within the material and cause a passive
shape change, whose magnitude and direction is
programmed in the microstructure [5]. This behavior can
be observed for various plant systems, where the microstructure of the cell walls is used for directed swelling and
shrinking processes [3, 6]. These biological moving
concepts have been an inspiration for the development of a
variety of bio-inspired actuators for different applications
in recent years to introduce the efficient relationship
between structure and function by development of new
functional materials [7–9]. The available actuation
concepts, like one-dimensional bending, which is realized
over bilayered systems, with one active and one passive
layer with regard to the present stimulus, two-dimensional
stretching, buckling or three-dimensional volume expansion, can be adjusted by the microstructure of the
polymer-based material systems and have their specific
advantages and disadvantages with respect to the intended
application. Also, a combination of these deformation
modes in one actuator system is conceivable by microstructural tuning. Furthermore, the development of
systems that respond to multiple external stimuli in a
smart and foreseeable way is in the focus of current
research [1, 3, 10]. Additionally, experiments with
chemical degradation of matrix polymers to retain just
the more porous cellulose scaffold for functionalization
have been conducted. Besides usage of the dimensional
instability when in contact with humidity in climateadaptive building shells, the material behavior can also
be used for production of curved timber elements by specific upstream humidity treatment and intelligent combination of layers with different micro fibril angles [5, 11].
Therefore, smart building skins play an important role
in the required global reduction of energy consumption,
since autonomous, humidity-driven wood bilayers can
serve as an energy-efficient alternative to motor-driven
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façade shading elements [12]. To assess the performance
of the systems, especially the long-term stability as well
as the repeatability of the humidity-driven movements,
instrumented test setups, which simulate outdoor
weathering conditions have been developed using environmental chambers and materials’ reactions have been
characterized, e.g. by optical monitoring of the swelling
and shrinkage strains, measurements of changes in
temperature, moisture content or other material specific
parameters. Furthermore, the effect of different humidity
cycles, slow and fast cycles in high and low humidity
ranges, where investigated. During these experiments, a
hysteresis was observed, when strains are plotted as
function of relative humidity [13].
Thermal and light-induced degradation mechanisms in
cellulose-based materials

As stated above, the properties of cellulose-based material
systems are affected by environmental effects, like elevated
temperatures, changing degrees of relative humidity as well
as influence of oxygen and solar radiation, manifesting in
e.g. discoloration, pronounced decrease of mechanical
properties and embrittlement [14–16]. For cellulose, which
is the most abundant biopolymer on earth and therefore
intensively used as raw material for various stimuliresponsive material systems, the mechanism of photodegradation is induced by a superimposition of several radical
reactions. An initial reaction is a decrease in degree of
polymerization (DP) caused by scission of cellulose chains
[17]. Yatagai and Zeronian investigated degradation
mechanisms caused by ultraviolet (UV) irradiation, heat
exposure and by a combination of both treatments. They
revealed changes in color as well as formation of carbonyl,
carboxyl and hydroperoxide groups, resulting in an
additional decrease in α-cellulose content. It was stated,
that heat exposure alone caused reactions comparable to
UV exposure [18]. Hon further observed a reaction of
cellulosic carbon-centred radicals with oxygen molecules
in electron paramagnetic resonance (EPR) studies,
identifying oxygen as decisive reagent in photooxidative
degradation of cellulose [19, 20].
In case of cellulose-based material systems, wood is
one of the most important engineering and structural
materials. Infrared spectroscopy studies on wood exposed to UV irradiation observed an increased amount
of carboxylic and carbonyl chromophoric functional
groups and a decreased amount in aromatic functional
groups, respectively. In these studies, mainly ligninderived degraded products could be observed limited to
the specimens’ surfaces. Nevertheless, as stated above,
degradation by sunlight or UV radiation, resulting in
pronounced structural modifications, is also expected for
the other chemical components (cellulose, hemicelluloses)
[21]. Efficient methods for characterizing these changes in
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chemical structure are Fourier transform infrared (FTIR)
and electron paramagnetic resonance (EPR) spectroscopy.
EPR gives information about evolution of radicals related
to radiation-induced degradation mechanisms and can be
used to verify oxidation reactions that cause deviations
from the initial IR spectra [22, 23].
To characterize the impact of degradation mechanisms
on the long-term behavior of cellulose-based material
systems in architectural applications, a precise simulation of outdoor weathering conditions has to be
performed in the lab. Solar radiation envelopes a range
from 200 to 2500 nm, where highest irradiance levels are
present in the visible part. For polymers, the UV part of
the spectrum, which reaches the earth’s surface, is the
most critical one [24]. Therefore, the influence of shortwavelength visible radiation as well as thermal loads on
the long-term material properties in the already described application field is of high importance. Further,
it is an advantage for research, if aging experiments
could be accelerated while simultaneously not changing
the temperature due to radiative energy input and hence
keeping the causes for degradation viz. temperature and
radiation separated. On this topic, Baltscheit et al. [25]
and Hemmerich et al. [26, 27] report on the simulation
of the aging behavior of transparent bioplastics, like
polyactide, under accelerated artificial conditions with
prioritizing effects under blue light radiation with shortwavelength and high energy.
Cottonid material system

Cellulose as most abundant biopolymer on earth and
therefore a very sustainable resource is an attractive
material candidate for substitution of fossil products in
specific, i.e. mostly functional, applications as stated
above. Besides native cellulose, cellulose derivates, like
e.g. regenerated or oxidized cellulose containing cellulose II crystals, are favored because of their simple and
reproducible way of manufacturing. For this material
class, the amount of inter- and intramolecular hydrogen
bonds is very important for the physical properties of
cellulosic commercial products [28]. For the above rendered adaptive applications, pure cellulosic materials
often show a more pronounced swelling and shrinking
behavior in comparison to composite materials like
wood. In this case, Cottonid is a modified natural material fully based on partly modified cellulose and appears
to be a mix of cellulose I and II. Based on unsized raw
paper, chemical modification is achieved by a treatment
with a warm zinc dichloride (ZnCl2) or sulphuric acid
(H2SO4) solution, called parchmentizing [29, 30]. The
temperature of the catalyst bath Tcat and the reaction
time treact in it define the amount of inter- and intramolecular hydrogen bonds that are newly formed [4, 31, 32].
These are, as stated above, important for the final
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mechanical and physical properties. Since nowadays this
well known material gains new relevance in technical and
especially climate-adaptive applications, Scholz et al.
performed an experimental assessment to qualify Cottonid
in general for technical applications compared to established materials, like synthetic plastics and wood [33], as
well as to assess the influence of individual manufacturing
parameters on the amount of hydrogen bonds present and
therefore on the functional and mechanical properties of
Cottonid [34–36]. Furthermore, the impact of outdoor
weathering conditions on the long-term actuation and
fatigue behavior is characterized. The aim is to structurally
optimize Cottonid [37] through adjustment of the
manufacturing process for the production of Cottonid
elements with tailor-made properties for either adaptive
or constructive applications.

Materials and methods
Sample preparation

For aging experiments, specimens were cut out of a plate
of industrial Cottonid material (Ernst Krueger, Geldern,
Germany) with a thickness of tmat = 2.0 mm.
For actuation experiments, specimens were cut out of
plates of the structurally optimized Cottonid variant
M60Z50 with material thicknesses of tmat,thin = 0.4 mm and
tmat,thick = 4.0 mm. Unsized raw paper (weight = 320 g/m2,
tmat = 0.9 mm, Hahnemuehle, Dassel, Germany), which
fully consists of cotton linters, subsequently marked as
“M”, was used for the production of M60Z50. For chemical
treatment, a 70 wt-% zinc dichloride (ZnCl2) solution, subsequently marked as “Z”, is used as catalyst. The sample
name of the resulting Cottonid variants is a combination of
the chosen manufacturing parameters (Table 1). The samples are then smoothed and dried in a calender (Sumet,
Denklingen, Germany) under pressure and temperature. In
order to prevent a dimensional change of the material due
to water absorption from the environment, the samples are
stored under weight in a dry atmosphere until further
analysis [35]. Caused by the manufacturing process, the
cellulose micro fibrils in the paper layers have a preferred
orientation in manufacturing direction [33]. So depending
on specimen location within the Cottonid sheet, varying
actuation and mechanical properties, respectively, are
expected, Fig. 1a. Actuator type I was chosen to
characterize humidity-driven swelling and shrinking behavior perpendicular to micro fibril axis, Fig. 1b.
For conditioning, specimens were stored under laboratory conditions (temperature T = 23 ± 2 °C, relative humidity φ = 35 ± 5%) for a time tcond > 48 h before testing.

Aging experiments

The aging experiments were performed under certain
combinations of temperature T and relative humidity φ,
which especially in case of φ were dependent on the
used device but not controllable. So, the changes in material properties discussed in this study are only relevant
for these special environmental parameters. Differences
can be expected if higher humidities and/or higher
temperatures had been used in both the heat and UV
exposures [17].
Short-wavelength blue light and temperature

Aging experiments under short-wavelength blue light
were performed in a customized test setup for accelerated optical aging of materials under predefined,
constant conditions, developed by the authors [25–27].
The main component of the test setup is a double-wall
specimen chamber out of high-quality steel, which is
thermostatted by a continuous circulation of water and
equipped with thermocouples for the measurement of
temperature in the chamber and on the specimens’
surfaces. The cooling ensures, that temperature of transparent specimens can be controlled between < 10 °C
and > 90 °C independent of the induced radiant power.
For aging, a blue multi-chip-on-board high-performance
LED (CLU048-1818C4-B455-XX, Citizen Electronics,
Kamikurechi, Japan) is mounted above the specimen.
The irradiance on the specimens’ surfaces by the LED
were calculated using a raytracing simulation. By
monitoring and saving of the operating parameters, a
controlled and traceable optical aging of specimens is
realized [27].
Industrially manufactured Cottonid specimens for
aging experiments have a unique red color intended as
marketing and recognition factor for the product. The
temperature on surface due to absorption (of the blue
LED light) was Taging ~ 75 °C. Averaged irradiance was
12.8 kW/m2 for an aging time of taging = 3352 h. Relative
humidity was measured directly after the LED was
turned off and was φLED ~ 56%.
To separate degradation mechanism due to thermal
and radiative loading, respectively, further specimens
were thermally aged in an oven (UF 110 PLUS, Memmert,
Schwabach, Germany) at Taging = 75 °C also for
taging = 3352 h. Relative humidity was φoven ~ 0%.
Solar radiation

For simulation of solar radiation in the lab, in order to
verify the comparability of LED irradiation in the blue

Table 1 Sample designation of structurally optimized Cottonid
Cottonid variant

Cellulose source

Reaction time

Catalyst

Temperature

M60Z50

Cotton linters („M“)

60 s

Zinc dichloride solution („Z“)

50 °C
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Fig. 1 Specimen preparation for actuation experiments: a Specimen location in Cottonid sheet according to manufacturing direction of paper
layers, and b Cottonid actuator type I with speckled surface for strain measurements via digital image correlation (DIC) mounted in customized
specimen holder

spectral region, further specimens were exposed to standardized artificial solar radiation (CIE Solar ID65) in a
commercial xenon weathering chamber (Suntest XLS+,
Atlas, Altenhasslau) with averaged irradiance of 2 kW/
m2 for an aging time of taging = 3352 h. Temperature was
Taging = 75 °C with a relative humidity of φsun ~ 11.2%.
Structural investigations
Infrared and electron paramagnetic resonance spectroscopy

For analysis of changes in chemical structure due to
thermal and light-induced degradation mechanisms,
FTIR spectroscopy was utilized (Nicolet iS50, Thermo
Fisher Scientific, Waltham, Massachusetts, USA). IR
spectra after different durations of aging were obtained
in the mid-IR range of 4000 to 400 cm− 1 in attenuated
total reflection mode (ATR). Since the reflection mode
investigates the surface, a correlation with the ultramicro-hardness measurements was possible. Twenty
scans were averaged at a resolution of 4 cm− 1. A background scan was acquired for each sample and subtracted
in the subsequent measurement. The software offers the
possibility to correct the baseline drift and to automatically
detect characteristic peaks.
For detection of organic radicals, which may form on
the specimens’ surfaces due to thermal and light-induced
aging, electron paramagnetic resonance spectroscopy (EPR)
(MiniScope MS 5000, Bruker, Billerica, Massachusetts,
USA) was carried out on specimens aged with the standardized artificial solar irradiation (CIE Solar ID65). EPR
spectra were obtained in a magnetic field range of 330 to
340 mT at a microwave frequency of f = 9.438 GHz and five
measurements were averaged.
Surface roughness and ultra-micro-hardness testing

Surface roughness of the specimens was assessed with
the profile method according to DIN EN ISO 4288 using
a mobile surface roughness tester (MarSurf M 300 C,
Mahr, Goettingen, Germany). For each aging state,
roughness values were calculated and averaged based on
three sampling lengths lr = 2.5 mm.

Instrumented ultra-micro-hardness measurements
were performed using a dynamic ultra-micro-hardness
tester (DUH 211, Shimadzu, Kyoto, Japan) and loadindentation depth curves were obtained according to
DIN EN ISO 14577. The process consists of a loading
and unloading phases, where the load is applied with a
constant load rate up to a predetermined indentation
force of Fmax = 98.09 mN. For each series of tests, five
indentations per sample were made for each aging state.
The change in Martens hardness ΔHM as well as indentation modulus Eit due to thermal and light-induced
degradation processes was calculated and related to the
values in initial condition.
Investigations on humidity-driven actuation behavior

For characterization of the humidity-driven swelling and
shrinking behavior of the structurally optimized Cottonid
variant M60Z50, static actuation test were performed in
an alternating climate chamber (MKF 115, Binder,
Tuttlingen, Germany) at a temperature Tclimate = 23 °C
and a relative humidity φclimate = 95% for a swelling time
of ts = 2.75 h, Fig. 2a. To allow for the hygroscopic expansion of the Cottonid specimen, a customized specimen
holder was used, where one clamp is fixed and the other
one is moveable, Fig. 2b. Actuation strains were measured
using digital image correlation (DIC) (Limess, Krefeld,
Germany), for this the specimens’ surfaces were speckled
with a traceable pattern, Fig. 2c. For optical monitoring of
the movements, an encapsulated camera was used (Hero
5, GoPro, San Mateo, USA).

Results and discussion
Infrared and electron paramagnetic resonance
spectroscopy

Infrared spectra of the initial condition of Cottonid were
depicted in relation to the aged states thermal (Taging =
75 °C for taging = 3352 h) in Fig. 3, optical (12.8 kW/m2
at Taging = 75 °C for taging = 3352 h) in Fig. 4 and sun (2
kW/m2 at Taging = 75 °C for taging = 3352 h) in Fig. 5.
The spectra were collected in a wavelength interval
between 4000 and 400 cm− 1 and all of them show the
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Fig. 2 a Test setup for actuation experiments in alternating climate chamber (MKF 115, Binder, Tuttlingen, Germany); b Cottonid specimen with
speckled surface for strain measurements via digital image correlation (DIC) mounted in customized specimen holder; c Strain measurements on
specimen’s surface via DIC parallel (ε’Tan,x) and perpendicular (ε’Tan,y) to manufacturing direction

characteristic peaks for cellulose, which are defined in
the initial condition spectra. In the interval between
3600 and 3100 cm− 1 the stretching vibrations of the
hydroxyl groups (ν(−OH)) of the cellulose chains can be
seen. The height and area of the peak provides information about inter- and intramolecular hydrogen bonds
present in the material. The much lower peak at 2900
cm− 1 is attributed to the stretching vibrations of the
alkyle groups (ν(−CH)). Absorbed water is the reason for
the peak at 1640 cm− 1. In the interval between 1300 and
900 cm− 1 peaks of the alcohols located on the cellulose
chains can be observed. The peak of the glycosidic
linkage, which is also known as amorphous peak, can be
found at 898 cm− 1 [38].
When comparing the spectrum in initial condition
with the spectra of the different aging states it becomes
clear, that a considerable change in absorption can be
detected at 2900 cm− 1 and between 1750 and 1740

cm− 1, respectively, which indicates the presence of oxidative stress on the surface for all aging states. The
close-ups of the interesting regions make the changes
more visible. The increase of peaks in the range of 1750
and 1740 cm− 1 results from the formation of carbonyl
and carboxyl groups due to reactions with the surrounding oxygen. These reactions imply the splitting of cellulose
chains on the surface and a decrease of degree of
polymerization (DP) [17–19, 39]. Therefore, the peak at
2900 cm− 1 simultaneously decreases because of these oxidative reactions, indicating a degradation of C – H combinations. These findings could also be verified by EPR
spectroscopy, since formation of organic radicals could be
detected with increasing aging time, see Fig. 6 [22]. The
described reactions are most pronounced for specimens
aged with the standardized artificial solar irradiation [17].
Another feature worth mentioning is the increase of
the peak at 1644 cm− 1, which stands for adsorbed water.

Fig. 3 Infrared (IR) spectra of industrial Cottonid material (Ernst Krueger): a In initial condition with peak definition of raw material cellulose, and b
Comparative evaluation of initial condition and after thermal aging at ~ 75 °C for taging = 3352 h; Peak evolution due to thermal aging: c Close-up
at ṽ = 2.900 cm− 1, and d Close-up at ṽ ~ 1.750 cm− 1
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Fig. 4 Infrared (IR) spectra of industrial Cottonid material (Ernst Krueger): a In initial condition with peak definition of raw material cellulose, and b
Comparative evaluation of initial condition and after optical aging (blue LED-radiation, irradiance: 12,8 kW/h) for taging = 3352 h; Peak evolution
due to optical aging: c Close-up at ṽ = 2.900 cm− 1, and d Close-up at ṽ ~ 1.750 cm− 1

At first, it is not reasonable, that a specimen aged with
temperature and light contains more water, since rather
drying effects would be expected. Since the Cottonid
specimens were taken out of the experimental setups for
aging to collect IR and EPR spectra, the authors assume,
that the material directly reacted with its surrounding
again in taking up humidity from the ambient air.

Roughness and ultra-micro-hardness testing

Figure 7 shows the results of roughness measurements
for the initial condition in comparison to the different
aging states.
For evaluation of the change of surface roughness due
to thermal and light-induced aging, averaged roughness
depth Rz and roughness value Ra were obtained. In

Fig. 5 Infrared (IR) spectra of industrial Cottonid material (Ernst Krueger): a In initial condition with peak definition of raw material cellulose, and b
Comparative evaluation of initial condition and after optical aging (CIE solar ID65, irradiance: 2 kW/h) for taging = 3352 h; Peak evolution due to
optical aging: c Close-up at ṽ = 2.900 cm− 1, and d Close-up at ṽ ~ 1.750 cm− 1
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Fig. 6 Electron paramagnetic resonance (EPR) spectra of industrial
Cottonid material (Ernst Krueger) in initial condition and after aging
with standardized artificial solar irradiation (CIE solar ID65, irradiance:
2 kW/h) for increasing aging times

general, the aged specimens seem to have a lower roughness and especially when looking at Rz, a pronounced
difference is visible between initial and sun. This finding
correlates with studies of Hauptmann et al., where a decrease of nanoroughness of wood due to UV-irradiation
accompanied by a change in color was observed [40, 41].
Results of ultra-micro-hardness tests are depicted in
Fig. 8. Here, just three aging stages are shown since no
results were available for the specimens aged with
standardized artificial solar irradiation (sun). A maximum test force of Fmax = 98.07 mN was chosen in order
to evaluate an influence of thermal and light-induced
aging on the micromechanical properties in the outer
layers of the specimen. Figure 8a displays loaddisplacement curves. Qualitatively, the aged specimens
exhibit lower values in indentation depths. Furthermore,
differences in the slope of the loading and unloading
phase of each curve can be observed, which indicate a
change in the elastic-plastic deformation behavior of the
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aged Cottonid specimens. For the purpose of comparability of the characteristic values Martens hardness HM
and indentation modulus Eit, Fig. 8b shows the arithmetic mean and standard deviation of five measuring
points for the initial condition, the thermal and the optical aged state. By comparison, the different aging stages
show pronounced differences within the characteristic
values. Compared to the initial condition, thermally aged
specimens show a distinct increase of HM and Eit, which
is also visible for the optically aged specimens, but less
pronounced. So, as expected, thermal and light-induced
aging seems to lead to an embrittlement of the outer,
irradiated layers of the specimens, which can be verified
by several other studies on polymeric materials, especially wood [41].
Humidity-driven actuation

Figure 9 shows the results of static actuation tests
(Tamb = 23 °C, φamb = 95% r.H., ts = 2.75 h) on the
structurally optimized Cottonid variant M60Z50. True
tangential strain ε’Tan, detected via DIC on the
specimens’ surfaces, is plotted over the swelling time ts
and the influence of material thickness tmat as well as
manufacturing direction on the humidity-driven swelling
and shrinking behavior is characterized. Strains parallel
to manufacturing direction (0°/X) are indexed with x,
whereas strains perpendicular to manufacturing direction (90°/Y) are indexed with y.
In Fig. 9a, results are shown for M60Z50 specimens
with tmat,thick = 4.0 mm and tmat,thin = 0.4 mm. After a
swelling time of ts = 0.25 h, ε’Tan,y,thin reaches its maximum with ~ 2.5% compared to ε’T,y,thick with ~ 0.15%.
So, while the thin specimen shows a very adaptive behavior, the thick one is more or less dimensionally
stable. At the end of the test at ts = 2.75 h ε’Tan,y,thick increases up to ~ 0.4% compared to the initial condition.
With regard to the thin specimen with ~ 2% at the end

Fig. 7 Roughness measurements on surface of industrial Cottonid material (Ernst Krueger) in different aging stages
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Fig. 8 Ultra-micro-hardness measurements on surface of industrial Cottonid material (Ernst Krueger) in different aging stages: a Force (F) indentation depth (h) curves, and b Obtained values for Martens hardness HM and indentation modulus Eit

of the test, this humidity-driven expansion is much
lower. So it can be concluded, that humidity-driven actuation behavior of Cottonid is a function of the material
thickness tmat and therefore by varying the amount of
paper layers fed into the parchmentizing process either
climate-adaptive elements for bioarchitectural issues or
dimensionally stable components for conventional
construction-related applications can be produced. A
transitional material thickness tmat,trans, where humiditydriven expansions of Cottonid are not justifiable anymore
with regard to standards for conventional construction,
will be defined in further investigations.
In Fig. 9b, showing results for the M60Z50 specimen
with tmat,thin = 0.4 mm, it becomes clear, that swelling
due to water absorption is more pronounced perpendicular to manufacturing direction, since ε’Tan,y,thin
reaches a higher value of ~ 2.5% compared to ε’Tan,x,thin =
1.5% after a swelling time of ts = 0.25 h. After reaching
its maximum value, ε’Tan,y,thin decreases again and saturates after ts = 0.75 h at ~ 2%. At ts = 0.50 h, ε’Tan,x,thin
reaches its maximum, saturates at ~ 2.25% and stays
above ε’Tan,y,thin until the end of the test. It can be concluded, that for short swelling times, the Y-orientation is
favorable, while there seems to be no distinct difference
in the materials’ reaction when it comes to long-term
humidity loading.

Conclusions and outlook
This study, focusing on the impact of solar radiation on
chemical structure and micromechanical properties of
the cellulose-based humidity-sensing material Cottonid,
is an extract of a comprehensive experimental study on
the influence of individual manufacturing parameters on
the functional and mechanical properties of the biopolymeric material by means of instrumented actuation and
fatigue assessments. It could be shown, that the impact
of thermal loads in combination with solar radiation
leads to chemical modifications of the cellulose on the
surface of the aged Cottonid specimens. Infrared spectra
revealed changes in adsorption at 2900 cm− 1, i.e. the
spectral region of C - H stretching vibrations, and between 1800 and 1700 cm− 1, i.e. the spectral region of
C = O stretching vibrations, and therefore indicate oxidative stress on the surface of the aged specimens [4, 17,
18]. These findings are underlined with results of EPR
spectroscopy, which indicate the presence of oxidationrelated radicals. The oxidative stress obviously provokes
a decreased surface roughness leading to embrittlement,
which could be verified by increased Martens hardness
HM and indentation modulus Eit assessed by ultra-microhardness tests. Therefore, a change in micromechanical
surface properties of the aged Cottonid specimens due to
chemical modifications induced by a combination of

Fig. 9 Actuation tests on structurally optimized Cottonid variant M60Z50: a Influence of manufacturing direction, and b Influence of material
thickness tmat
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thermal loads and solar irradiation could be observed
[42–44]. Experiments with pure thermal loads induced
comparable degradation effects to combined loads,
whereas aging with a standardized artificial solar irradiation caused a more distinct material reaction compared
to aging with short-wavelength blue light radiation [23].
These more or less material-specific reactions onto the induced loads could origin from the chemical modification
of cellulose I in a not yet defined mix of cellulose I and II
during the manufacturing process of Cottonid and have to
be thoroughly investigated in further studies. Since for
manufacturing of Cottonid the cellulose contained in the
raw paper layers gets partly hydrolyzed by the help of a
chemical catalyst, which was observed to be a stabilizing
process in terms of light-induced radical reactions [17],
these investigations will be of high interest to qualify
Cottonid for outdoor applications. Further, since the
presented results were obtained on industrial manufactured Cottonid material, which has a unique red
color, it is essential to investigate and comparatively
evaluate photodegradation mechanisms on colorless,
i.e. white, Cottonid [17].
Actuation tests on the structurally optimized Cottonid
variant M60Z50 revealed an influence of the material
thickness tmat as well as of the predefined orientation of
the cellulose micro fibrils. It can be stated, that Cottonid’s
actuation behavior is a function of its material thickness, i.e.
a ten times thinner specimen achieves a ten times increased
humidity-driven expansion. Furthermore, humidity-driven
actuation is more pronounced perpendicular to micro fibril
orientation, which is already described in various studies
concerning cellulose-based materials [2, 26, 45]. These findings can be used for the development of climate-adaptive
Cottonid elements capable of complex passive shape
changes due to efficient and smart combination of microstructure and material thickness. Since Cottonid is manufactured by chemical modification of single paper layers,
which are stacked to get thicker material, the adjustment
and smart usage of these manufacturing parameters for
tailor-made climate-adaptive element production can be
easily implemented.
In summary, the conditions of the manufacturing
process of Cottonid and its hygroscopic material behavior make the material ideal for the development of application-oriented adaptive elements capable of complex
passive, humidity-driven shape changes with adjustable
magnitude e.g. for construction-related applications. The
aging experiments revealed an interaction of Cottonid with
thermal and light-induced loads, which are expected in
natural weathering conditions, i.e. environmental triggers,
in this application field. The change in micromechanical
properties and degradation processes, respectively, on the
surface have to be considered for the prediction of the
long-term behavior of climate-adaptive Cottonid elements.
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Up to now the results show, that degradation takes place
and that the modifications of the chemical structure also
affect the micromechanical properties.
In further studies, it will be investigated how these
mechanisms affect the macroscopic deformation behavior of Cottonid and its specific mechanical values, like
Young’s modulus and ultimate tensile strength, as well
as the actuation behavior. For this, in a first step aging
experiments will be conducted at different temperatures
and relative humidity levels to assess the influence of
weathering conditions on the degradation behavior. Furthermore, the customized specimen holder for actuation
experiments can be equipped with LEDs, so that in the
near future swelling and shrinking behavior can be characterized with superimposed thermal and light-induced
loading.
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